
Page <1> V1.011/08/20

PVC Tape
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the use of it other than for information purposes in connection with the products to which it relates. No licence of any intellectual property rights is granted. The Information is subject to change 
without notice and replaces all data sheets previously supplied. The Information supplied is believed to be accurate but the Group assumes no responsibility for its accuracy or completeness, 
any error in or omission from it or for any use made of it. Users of this data sheet should check for themselves the Information and the suitability of the products for their purpose and not make 
any assumptions based on information included or omitted. Liability for loss or damage resulting from any reliance on the Information or use of it (including liability resulting from negligence or 
where the Group was aware of the possibility of such loss or damage arising) is excluded. This will not operate to limit or restrict the Group’s liability for death or personal injury resulting from its 
negligence. Multicomp Pro is the registered trademark of Premier Farnell Limited 2019.

Part Number Table

Description Part Number
PVC Tape, White/Red, 70mm × 22m MP005222

Specification
Backing : PVC
Adhesive : Rubber
Test Conditions : T=23°C ±2°C, RH=50% ±5%
Size : 70mm × 22m

Name Unit Test Basis Test Method Reference 
Standard MP005222 Test 

Results
Total Thickness μm GB/T 7125-2014 Thickness Gauge 150 ±10 150 Pass
Initial Tack # GB/T 4852-2002 Rolling Ball with Angel 30° ≥5 10 Pass

180°Peel Adhesion N/25mm GB/T 2792-2014 Test Speed : 300mm/min 
Sample width : 25mm ≥2.5 3.25 Pass

Tensile Strength N/25mm GB/T 30776-2014 Test Speed : 300mm/min 
Sample width : 25mm ≥40 56.79 Pass

Elongation % GB/T 30776-2014 Test Speed:300mm/min 
Sample Width : 25mm ≥130 163.5 Pass

Note: All the above test results are all the average data from lab tests. The results are only for reference, which may differ 
slightly from the test results due to the actual use environment.
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