
 
 

 

 

 

 

 

 

 

 

PRODUCT / PROCESS CHANGE NOTIFICATION

1. PCN basic data

1.1 Company STMicroelectronics International N.V

1.2 PCN No. ADG/23/14036

1.3 Title of PCN VIPower Hybrid Products (M0S9 and M0L7): Activation of SG8 - Singapore as Additional
Location Beside current CT8 – Catania

1.4 Product Category see list

1.5 Issue date 2023-04-14

2. PCN Team

2.1 Contact supplier

2.1.1 Name KRISZTINA NEMETH

2.1.2 Phone +49 89460062210

2.1.3 Email krisztina.nemeth@st.com

2.2 Change responsibility

2.2.1 Product Manager Mario ASTUTI,Stello Matteo BILLE',Carmelo PISTRITTO

2.1.2 Marketing Manager Rosario RUGGERI

2.1.3 Quality Manager Daniela FAZIO

3. Change

3.1 Category 3.2 Type of change 3.3 Manufacturing Location

Transfer Line transfer for a full process or process brick
(process step, control plan, recipes) from one
site to another site: Wafer fabrication

ST SG8 - AngMoKio  - Singapore (receiving
Plant)

4. Description of change

Old New

4.1 Description CT8 Catania Front End location CT8 Catania and SG8 Singapore Front End
locations

4.2 Anticipated Impact on form,fit,
function, quality, reliability or
processability?

No Impact

5. Reason / motivation for change

5.1 Motivation Capacity Increase

5.2 Customer Benefit CAPACITY INCREASE

6. Marking of parts / traceability of change

6.1 Description Dedicated Finished Good Codes

7. Timing / schedule

7.1 Date of qualification results 2023-03-29

7.2 Intended start of delivery 2023-07-02

7.3 Qualification sample available? Upon Request

8. Qualification / Validation

8.1 Description 14036 Validation data.zip

8.2 Qualification report and
qualification results

Available (see attachment) Issue
Date

2023-04-14

9. Attachments (additional documentations)

14036 Public product.pdf
14036 Validation data.zip
14036 Details.pdf



10. Affected parts

10. 1 Current 10.2 New (if applicable)

10.1.1 Customer Part No 10.1.2 Supplier Part No 10.1.2 Supplier Part No

VN7003ALHTR

VN7004CLHTR

VNH7070BASTR

VNH7100BASTR
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PRODUCT/PROCESS CHANGE NOTIFICATION 
 
 


TITLE VIPower Hybrid Products (M0S9 and M0L7): Activation of SG8 - 
Singapore as Additional Location Beside current CT8 – Catania 
 


IMPACTED 
PRODUCTS 


See enclosed product list and below details 


 


Commercial Product  Product Line   Silicon  Technology 


VN7003ALHTR 
VH5603 


XV5003  M0L7 


VN7004CLHTR  XV4603  M0S9 


VNH7070BAS TR  VH7303 
XV5603  M0L7 


XV3303  M0S9 


VNHD7008AYTR  VH7503 
XV7503  M0L7 


XV7603  M0S9 


VNH7100BAS TR  VH7603 
XV5803  M0L7 


XV3803  M0S9 


 
 


MANUFACT. STEP Wafer Diffusion  
 


INVOLVED PLANT ST SG8 - AngMoKio – Singapore 


 


CHANGE REASON Capacity Increase and Service Continuity 


 


CHANGE 
DESCRIPTION 


Activation SG8 Singapore for M0S9 (Power Stage) and M0L7 (Drive Stage) 
as additional location beside current CT8 Catania 


 


TRACEABILITY Dedicated Finished Good Codes 


 


VALIDATION According to:  
 


- AEC-Q100 rev. H  
- ZVEI id SEM-PW-13 (Move all or parts of production to a different 


wafer fab site) 
 


REPORTS Validation reports included in this communication 
 


IMPLEMENTATION We are ready to implement the change from July 2023 upon customer 
agreement 
 


 
 








Public Products List


 


 


 


 


 


Publict Products are off the shelf products. They are not dedicated to specific customers, they are available through ST Sales team,


or Distributors, and visible on ST.com


PCN  Title : VIPower Hybrid Products (M0S9 and M0L7): Activation of SG8 - Singapore as Additional Location Beside current CT8


– Catania


PCN  Reference : ADG/23/14036


Subject : Public Products List


Dear Customer,


Please find below the Standard Public Products List impacted by the change.


VNH7100BASTR VN7003ALHTR VNH7070BASTR


VN7004CLHTR
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Qualification approach.pdf




Rel. Report #
Family Approach



T.V.
PackageTechnologySiliconProduct Line Commercial Product



RERLVIP22011VN7004CTRH (VH53)HPAK



M0L7XV5003



VH5603



VN7003ALHTR



M0S9XV4603VN7004CLHTR



RERLVIP22011
VNH7070ASTR (VH70)SO‐16N



   
XV5603               M0L7



VH7303VNH7070BAS TR
M0S9XV3303



RERLVIP22011
VN7000AYTR (VH80)PowerSSO‐36



M0L7XV7503



VH7503VNHD7008AYTR



M0S9XV7603



RERLVIP22011
VNH7070AS (VH70)



SO‐16N
   



XV5803              M0L7
VH7603VNH7100BAS TR



M0S9XV3803



PCN 14036 ‐ VIPower Hybrid Products (M0S9 and M0L7): Activation of SG8 ‐ Singapore as Additional Location Beside
current CT8 – Catania



Qualification reporr RERLVIP23009
Family approach below












RERLVIP22011_M0S9 Technology_Ang Mo Kio (SG8)_second source_qualification_rev 2.pdf
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 Reliability Evaluation Report 



VIPower® M0S9 technology  



Ang Mo Kio (SG8) 8” Wafer Fab 



Second source qualification 



                



                     
                      



 



General Information 



Commercial Products: VN7004CH, VNH7040AY, VN7000AY, VNH7070AS 



Product Lines: VH53, VH74, VH80, VH70 



Packages: Octapak, PwSSO36-TP, PwSSO36, SO16-N 



Silicon Technology: VIPower® M0S9 +M0L7 



 



 



 



 



Note: this report is a summary of the reliability trials performed in good faith by STMicroelectronics in order 



to evaluate the electronic device conformance to its specific mission profile for Automotive Application. This 



report and its contents shall not be disclosed to a third party without previous written agreement from 



STMicroelectronics or under the approval of the author (see below). 



 



 



Revision history 



Rev. Changes description Author Date 



1 Creation A. Vilardo 15/04/2022 



2 



Inserted: 



• VNH7070AS results 



• 2x AEC-Q100 (Robustness) results  



• ESD&LU results  



A. Vilardo 27/06/2022 



 



 



Approved by 



Function Location Name Date 



Division Reliability Manager ST Catania (Italy) A. Marmoni 27/04/2022 
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1 RELIABILITY EVALUATION OVERVIEW 



 Objective 



 



Aim of this report is to present the results of the reliability evaluation performed on selected test 



vehicles to qualify the VIPower M0S9 Technology in ST SG8 Ang Mo Kio (Singapore) 8” Wafer Fab 



as second source for manufacturing. Here below the list of the used test vehicles: 



 



Commercial product Silicon Line Package 



VN7004CH VH53 Octapak 



VNH7040AY VH74 PwSSO36-TP 



VN7000AY VH80 PwSSO36 



VNH7070AS VH70 SO16-N 



 



These are devices for automotive application; in particular: 



 



• VN7004CH is intend for smart power distribution, glow plugs, heating systems, DC motors, relay 



replacement and high power resistive and inductive actuators.  



 



• VNH7040AY is a full bridge motor drivers and incorporate a dual monolithic high-side driver and 



two low-side switches. 



 



• VN7000AY is a single channel high-side driver designed to drive 12 V automotive grounded 



loads through a 3 V and 5 V CMOS compatible interface, providing protection and diagnostics. 



 



• VNH7070AS is a full bridge motor driver intended for a wide range of automotive applications. 



The device incorporates a dual monolithic high-side driver and two low-side switches. 



 



 



 Reliability Strategy and Test Plan 



 



1.2.1 Reliability strategy 



 



Reliability trials performed as part of this reliability evaluation are in agreement with ST 0061692 and 



AEC-Q100 rev. H Grade 1 specification and are listed in below Test Plan.  



 



For details on test conditions, generic data used, and specifications references refer to test results 



summary in section 3. 
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1.2.2 Test Plan 



 



AEC-Q100 TEST PLAN 



 



 



 



 



 



 



 



 



 



TEST GROUP TEST NAME DESCRIPTION / COMMENTS TEST FLAG 



A 



Accelerated 



Environment Stress 



Tests 



PC (JL3) Preconditioning (JL3+3 reflows simulation) Yes 



THB Temperature Humidity Bias Yes 



AC Autoclave at 2atm Yes 



TC Temperature Cycling Yes 



PTC Power Temperature Cycling Yes 



HTSL High Temperature Storage Life Yes 



B 



Accelerated Lifetime 



Simulation Tests 



 



HTOL High Temperature Operating Life Yes 



ELFR Early Life Failure Rate Yes 



EDR Endurance Data Retention Not Applicable 



C 



Package Assembly 



Integrity Tests 



WBS Wire Bond Shear Yes 



WBP Wire Bond Pull Yes 



SD Solderability Not Applicable 



PD Physical Dimension Not Applicable 



SBS Solder Ball Shear Not Applicable 



LI Lead Integrity Not Applicable 



D  



Die Fabrication 



Reliability Tests 



Test list is reported in section 5 Performed during process qualification Yes 



E 



Electrical Verification 



Tests 



ESD (HBM) Electrostatic Discharge (Human Body Model) Yes 



ESD (CDM) Electrostatic Discharge (Charged Device Model) Yes 



LU Latch Up Yes 



ED Electrical distribution  Yes 



FG Fault grading Not Applicable 



CHAR Characterization  Not Applicable 



EMC Electromagnetic Compatibility Not Applicable 



SC Short Circuit Characterization Not Applicable 



SER Soft Error Rate Not Applicable 



LF Lead (Pb) Free: (see AEC-Q005) Not Applicable 



F 



Defect Screening Tests 
Test list is reported in section 5 To be implemented starting from first production lot No 



G 



Cavity Package 



Integrity Tests 



Test list is reported in section 5 N/A: not for plastic packaged devices Not Applicable 
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    In the below table a comparison between the AEC-Q100 and ZVEI requirements vs the applied ST 



    qualification plan is reported: 



 
   



Test Group A 
Test 



Group B 
Test Group C Test Group D Test Group E 



   



THB AC TC PTC HTSL HTOL ELFR WBS WBP SD PD EM TDDB HCI NBTI SM HBM CDM LU ED EMC SC 



AEC-Q100 x x x x  
x x x x 



  x x x x x x x x x 
  



ZVEI x x x x  
x x x x 



  x x x x x x x x x 
  



ST x x x x x x x x x 
  x x x x x x x x x 



  



 



 



 Conclusion 



 



Reliability tests have been completed with positive results. Neither functional nor parametric rejects 



were detected at final electrical testing; drift analysis performed after die-oriented tests (HTOL static 



bias and dynamic bias) shows a good stability for all the tested parameters. 



 



SAM analysis performed after package-oriented stress test, pointed out no delamination at the 



Die/Molding Compound, Die-Pad/Molding Compound and Die Attach Material interfaces. 



 



         Wire Bond Pull/Shear tests (WBP, WBS) as Package Assembly Integrity (test Group C) performed before   



         and after package-oriented stress test point out neither abnormal break loads nor forbidden failure   



         modes.  



 



 



Based on the overall positive results according to AEC-Q100 rev. H spec, from a reliability point of view, 



Ang Mo Kio (SG8) 8” Wafer Fab can be considered qualified as second source for VIPower® M0S9 



technology diffusion. 
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2. Product Characteristics 



 



2.1. Generalities 



 



 
 











 
   



 



RERLVIP22011                                                                                            Page 7 of 21 
 



ST Restricted 



 



 
 



      











 
   



 



RERLVIP22011                                                                                            Page 8 of 21 
 



ST Restricted 



 



 
 



 



 



 











 
   



 



RERLVIP22011                                                                                            Page 9 of 21 
 



ST Restricted 



 



 



 



 











 
   



 



RERLVIP22011                                                                                            Page 10 of 21 
 



ST Restricted 



2.2. pins connection 



 



                                                                            



 



                       VN7004CH                                                              VNH7070AS 



 



 



 



 



 



   



 



 



 



 



 



 



 



 



 



 



                     



                         



                            VNH7040AY                                                              VN7000AY 
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2.3. Block diagram 



                    



 



                               VN7004CH                                                              VNH7070AS 



 



                                                                                          



  



                        



 



                                       



                          VNH7040AY                                                                VN7000AY  
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2.4. Bonding diagram 



                                                           



 



                       VN7004CH                                                               VNH7070AS 



 



 



 



 



 



 



 



 



 



 



 



 



 



 



 



 



 



                             



 



                           VNH7040AY                                                          VN7000AY 
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 Traceability 



2.5.1  Wafer Fab information  



 



Commercial Product VN7004CH VNH7040AY VN7000AY VNH7070AS 



Wafer fab name / location ST Ang Mo Kio AMK8 (Singapore) 



Wafer diameter (inches) 8” 



Silicon process technology VIPower [M0S9 (Power) +M0L7(Driver)] 



Silicon line code VH53 VH74 VH80 VH70 



Die finishing front side Teos +PTeos+SiOn +PIX 



Die finishing back side 
RAW SILICON (XV45) 



Ti-NiV-Au (XV46) 
Ti-NiV-Au 



RAW SILICON (XV45) 



Ti-NiV-Au (XV55) 
Ti-NiV-Au 



Die size (micron) 
1310 x 2450 (XV45) 



4030 x 2740 (XV46) 



2400 x 3700 (XV34) 



2380 x 1510 (XV35) 



2010 x 1760 (XV54) 



6800 x 4500 (XV55) 



2180 x 2690 (XV32) 



1280 x 1460 (XV33) 



Metal levels/ materials/ 



thicknesses 



2 levels / Ti/TiN/Ti/AlCu/TiN (3.18 μm last level) (M0S9) 



1 level / Ti/TiN/TiAlCu (M0L7) 



 



2.5.2   Assembly information 



 



Commercial Product VN7004CH VNH7040AY VN7000AY VNH7070AS 



Assembly plant name / 



location 



ST SHENZHEN 



(China) 



ST MUAR  



(MALAYSIA) 



ST MUAR  



(MALAYSIA) 



SC UTAC THAI Ltd 



(Thailandia) 



Package description OCTAPAK 7L PSSO 36L TP PSSO 36L SO16-N 



Lead frame finishing 



(material/thickness) 
Mtx Ve5 OpA 80u SelNi MPad Mt 3isl OpD V1 SpAg WMtx Opt N V5 3ISLs 



Die attach material 



TAPE ADWILL 



 LE-5000P8AS 



PREFORM Pb/Ag/Sn 



95.5/2.5/2 



PREFORM Pb/Ag/Sn 



97.5/1.5/1 



TAPE ADWILL  



LE- 5000P8AS 



GLUE HENKEL 



QMI529HT-2A1 



Wire bonding 



material/diameter 



Cu D1.2 (Driver) 



Al D12 mils (Power) 



Au 3N D1.2 mils (Driver) 



Cu D2.5 mils (Power) 



Cu D1.2 mils (Driver) 



Cu D2.5 mils (Power) 



Cu D1.0 mils (Driver) 



Cu D2.5 mils (Power) 



Molding compound 



material 



SUMITOMO  



EME-G631BQ 
CEL 9240HF10 



SUMITOMO  



EME-G700LS 



HALOGEN FREE 



G605-L 



 
 



2.5.3  Reliability Testing information 



 



Reliability laboratory location ST Muar (Malaysia), ST Catania (Italy) 



 



 



 



 



 



 



 



 











 
   



 



RERLVIP22011                                                                                            Page 14 of 21 
 



ST Restricted 



3 TESTS RESULTS SUMMARY 



 



 Lot Information   



 



 



Lot # Commercial Product Diffusion Lot Assy Lot 



1 VN7004CH 
C031VJ3 (Driver) 



C0452K1 (Power) 
GK11316A01 



2 VNH7040AY 
C038T97 (Driver) 



C04979V (Power) 
991170XV 



3 VN7000AY 
C116PFX (Driver) 



C0508J7 (Power) 
991360F3 



4 VN7070AS 
C050P2VV02 (Driver) 



C1061FJZ02 (Power) 
FN12708M 
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 Test results summary 



Test method revision reference is the one active at the date of reliability trial execution. 



 



 



TEST GROUP A – ACCELERATED ENVIRONMENT STRESS TESTS  



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



PC A1 
JESD22-A113 



J-STD-020 



24h bake@125°C, including 5 



Temperature Cycling 



Ta=-40ºC/+60ºC 



 



ACC MSL3 (40h@60C/60%RH) 



 



3x Reflow simulation 



Peak Reflow Temp= 260°C 



 



100 Temperature Cycling 



Ta=-50ºC/+150ºC 



4 430 1720 0/430/4 Before THB/AC/TC/PTC/HTOL 



THB A2 
JESD22 A101 



JESD22 A110 



Ta=85°C, 85%RH, 



Duration= 1000hrs 
4 77 308 0/77/4  



AC A3 



JESD22 A102 



or JESD22 



A118 



or JESD22-



A101 



ENV. SEQ.  



Environmental Sequence 



TC (Ta=-65ºC / +150ºC for 



100 cycles) + 



AC (Ta=121ºC, Pa=2atm for 



96 hours) 



4 77 308 0/77/4  



TC A4 JESD22 A104 
Ta=-55°C /+150 °C 



Duration= 1000 cycles 
4 77 308 0/77/4  



PTC A5 JESD22 A105 
Ta=-40°C /+125 °C 



Duration=1000 cycles 
4 45 180 0/45/4  



HTSL A6 JESD22 A103 
Ta= 150ºC 



Duration= 1000hrs 
4 45 180 0/45/4  
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TEST GROUP B – ACCELERATED LIFETIME SIMULATION TESTS 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



HTOL B1 JESD22 A108 



TJ=150°C 



Duration= 1000hrs 



 



Bias dynamic stress (OLT) 



4 77 308 0/77/4  



HTOL B1 JESD22 A108 



Ta=150°C 



Duration= 1000hrs 



 



Bias static stress (HTB) 



1 77 77 0/77/1 Performed on lots: #3 



ELFR B2 AEC-Q100-008 
Ta max=150°C 



Duration=24hrs 
1 2400 2400 0/2400/1 



Performed on lot #3 



Generic data for lots: 



#1, #2 



EDR B3 AEC-Q100-005 
Specific tests and conditions 



to be defined in case of NVM 
- - - - Not Applicable 



 



 



TEST GROUP C – PACKAGE ASSEMBLY INTEGRITY TESTS 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



WBS C1 
AEC-Q100-001 



AEC-Q003 
Wire Bond Shear: (Cpk > 1.67) 4 



min 5 



units 



min 20 



units 



All measurement 



within spec limits 



 



 



30 bonds / minimum 5 



units / each lot 



By assembly data 



 



 



 



WBP C2 



Mil-STD-883, 



Method 2011 



AEC-Q003 



Wire Bond Pull: (Cpk > 1.67)  4 
min 5 



units 



min 20 



units 



All measurement 



within spec limits 



 



 



30 bonds / minimum 5 



units / each lot 



By assembly data 



 



 



SD C3 
JESD22 B102 



JSTD-002D 



Solderability: (>95% coverage) 



8hr steam aging prior to 



testing 



- - - - Not Applicable 



PD C4 



JESD22 B100, 



JESD22 B108 



AEC-Q003 



Physical Dimensions: 



(Cpk > 1.67) 
- - - - Not Applicable 



SBS C5 
AEC-Q100-010 



AEC-Q003 
Only for BGA package - - - - Not Applicable 



LI C6 JESD22 B105 
Not required for Surface 



Mount Devices 
- - - - Not Applicable 
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TEST GROUP D – DIE FABRICATION RELIABILITY TESTS 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



EM D1 JESD61 
Data, test method and criteria 
available upon request 



- - - - Not Applicable 



TDDB D2 JESD35 
Data, test method and criteria 
available upon request 4 3* 12 0/3/4 



Performed on lot #1 



3 SG8 lots + 1 CT8 Ref lot 



3 wafers/lot 



Min 25 sites/Voltage 



HCI D3 JESD60 & 28 
Data, test method and criteria 
available upon request 4 1* 4 0/1/4 



3 SG8 lots + 1 CT8 Ref lot 



1 wafer/lot 



2 sites (Centre and Edge) 



per stress 



NBTI D4 JESD90 
Data, test method and criteria 
available upon request - - - - Not Applicable 



SM D5 JESD61, 87, & 202 
Data, test method and criteria 
available upon request - - - - Not Applicable 



* Number of wafers 
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TEST GROUP E - ELECTRICAL VERIFICATION 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



 



TEST 



 



E1 



User/Supplier 



Specification 



Pre and Post Stress 



Electrical Test 



 



All 



 



All 



 



All 



 



Passed 
All parametric and functional tests 



HBM E2 AEC-Q100-002 Target: ±2kV 4 3 12 



VN7004CH 



All pins -CS: ±5KV; CS: ±3KV 



 



VNH7040AY 



All pins: ±2KV; Vcc, OUTs: ±5KV 



 



VN7000AY 



All pins- MultiSense: ±5KV; MultiSense: ±3KV 



 



VNH7070AS 



Vcc, OUTs: ±5KV; IJNx, SEL0, C_Sense: ±3KV;  



PWM: ±1.5KV 



:  



 



 



CDM E3 AEC-Q100-011 



Target: 



±750V on corner pins 



± 500V all others 



4 3 12 



VN7004CH 



All pins: ±1000V 



 



VNH7040AY 



All pins: ±1000V 



 



VN7000AY 



All pins: ±1000V 



 



VNH7070AS 



All pins: ±1000V 



 



 



 



LU E4 AEC-Q100-004 



Current Injection 



Class II - Level A (+/- 



100mA) 



4 3 12 



VN7004CH 



All pins: ±50mA; OUT: ±100mA 



 



VNH7040AY 



All pins: ±50mA; OUT: ±100mA 



 



VN7000AY 



All pins: ±50mA; OUT: ±100mA 



 



VNH7070AS 



All pins: ±50mA; OUT: ±100mA 



 



 



 



ED E5 
AEC-Q100-009 



AEC-Q003 



Electrical Distributions: (Test 



@ Rm/Hot/Cold) (where 



applicable, Cpk >1.67) 



4 30 120 Passed  



EMC E9 SAE J1752/3 



Electromagnetic 



Compatibility (Radiated 



Emissions) 



- - -  Not Applicable 



SC E10 AEC Q100-012 Short Circuit Characterization - - -  Not Applicable 



SER E11 



JESD89-1 



JESD89-2 



JESD89-3 



Applicable to devices with 



memory 
- - -  Not Applicable 



LF E12 AEC-Q005 
Lead (Pb) Free: (see AEC-



Q005) 
- - -  Covered by Test Group A & C 











 
   



 



RERLVIP22011                                                                                            Page 19 of 21 
 



ST Restricted 



 



TEST GROUP F – DEFECT SCREENING TESTS 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



PAT F1 AEC-Q001 
Process Average Testing: (see 



AEC-Q001) 
Not performed on qualification lots. 



It will be implemented starting from first production lot 



SBA F2 AEC-Q002 
Statistical Bin/Yield Analysis: 



(see AEC-Q002) 



 



 



TEST GROUP G – CAVITY PACKAGE INTEGRITY TESTS  



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



MS G1 JESD22 B104 Mechanical Shock 



Not Applicable: not for plastic packaged devices 



VFV G2 JESD22 B103 Variable Frequency Vibration 



CA G3 
MIL-STD-883 



Method 2001 
Constant Acceleration 



GFL G4 
MIL-STD-883 



Method 1014 
Gross and Fine Leak 



DROP G5  Drop Test, Package Drop 



LT G6 
MIL-STD-883 



Method 2004 
Lid Torque 



DS G7 
MIL-STD-883 



Method 2019 
Die Shear 



IWV G8 
MIL-STD-883 



Method 1018 
Internal Water Vapor 
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3.2.1 Additional Tests Results Summary (Robustness) 2xQ100 



 
 



 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



THB A2 
JESD22 A101 



JESD22 A110 



Ta=85°C, 85%RH, 



Duration= 2000hrs 
4 67 268 0/67/4  



TC A4 JESD22 A104 
Ta=-55°C /+150 °C 



Duration= 2000 cycles 
4 67 268 0/67/4 



 



 



HTSL A6 JESD22 A103 
Ta= 150ºC 



Duration= 2000hrs 
4 67 268 0/67/4  



HTOL B1 JESD22 A108 
TJ=150°C 



Duration= 2000hrs 
4 67 268 0/67/4  
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TERMS OF USE 



BY ACCEPTING THIS REPORT, YOU AGREE TO THE FOLLOWING TERMS OF USE: 



This Reliability Evaluation Report (the “Report”) and all information contained herein is the property of STMicroelectronics (“ST”) and is 



provided solely for the purpose of obtaining general information relating to an ST product. Accordingly, you hereby agree to make use 



of this Report solely for the purpose of obtaining general information relating to the ST product. You further acknowledge and agree 



that this Report may not be used in or in connection with any legal or administrative proceeding in any court, arbitration, agency, 



commission or other tribunal or in connection with any action, cause of action, litigation, claim, allegation, demand or dispute of any 



kind. You further acknowledge and agree that this Report shall not be construed as an admission, acknowledgement or evidence of any 



kind, including, without limitation, as to the liability, fault or responsibility whatsoever of ST or any of its affiliates, or as to the accuracy 



or validity of the information contained herein, or concerning any alleged product issue, failure, or defect. ST does not promise that this 



Report is accurate or error free and specifically disclaims all warranties, express or implied, as to the accuracy of the information 



contained herein. Accordingly, you agree that in no event will ST or its affiliates be liable to you for any direct, indirect, consequential, 



exemplary, incidental, punitive, or other damages, including lost profits, arising from or relating to your reliance upon or use of this 



Report. You further acknowledge and agree that the use of this Report in violation of these Terms of Use would cause immediate and 



irreparable harm to ST which could not adequately be remedied by damages. You therefore agree that injunctive relief is an appropriate 



remedy to enforce these Terms of Use. 



Disclosure of this document to any non-authorized party must be previously authorized by ST only under the provision of a proper 



confidentiality contractual arrangement executed between ST and you and must be treated as strictly confidential. 



At all times you will comply with the following security rules: 



· Do not copy or reproduce all or part of this document 



· Keep this document locked away 



· Further copies can be provided on a "need to know basis", Please contact your local ST Sales Office or document writer 



Purchasers should obtain the latest relevant information on ST products before placing orders. ST products are sold pursuant to ST’s 



terms and conditions of sale in place at the time of order acknowledgement, including, without limitation, the warranty provisions 



thereunder. 



In that respect please note that ST products are not designed for use in some specific applications or environments described in above 



mentioned terms and conditions. 



Purchasers are solely responsible for the choice, selection, and use of ST products and ST assumes no liability for application assistance 



or the design of Purchasers’ products. 



Information furnished is believed to be accurate and reliable. However, ST assumes no responsibility for the consequences of use of 



such information nor for any infringement of patents or other rights of third parties which may result from its use. No license, express 



or implied, to any intellectual property right is granted by ST herein. 



ST and ST logo are trademarks of ST. All other product or service names are the property of their respective owners. 



Information in this document supersedes and replaces information previously supplied in any prior version of this document. 



©2022 STMicroelectronics - All rights reserved 
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Reliability Evaluation Report 



VIPower®M0S9 devices 



ST Ang Mo Kio SG8” Wafer Fab 



 second source activation 
 



 



 



 



 



 



 



 



 



 



 



 



 



 



 



 



 



Note: this report is a summary of the reliability trials performed in good faith by STMicroelectronics in order to 



evaluate the electronic device conformance to its specific mission profile for Automotive Application. This 



report and its contents shall not be disclosed to a third party without previous written agreement from 



STMicroelectronics or under the approval of the author (see below). 



 



 



Revision history 
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VN7004CLH, VN7003ALH, VN1TT4 
A. Vilardo 27/02/2023 



2 Products VNH7070BAS, VNHD7008AY A. Vilardo 15/03/2023 
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1 RELIABILITY EVALUATION overview 



 Objective 



 



The VIPower M0S9 Technology was fully AEC-Q100 qualified in ST SG8 Ang Mo Kio (Singapore) 8” Wafer 



Fab as second source in 2022 by means selected test vehicles, refers to ST reliability report # 



RERLVIP22011. 



 



Aim of this report is to present the results of the reliability evaluation to activate ST SG8 Ang Mo Kio   



(Singapore) 8” Wafer Fab for others M0S9 devices listed below: 



 



 



 



Commercial product Silicon Line Package 



VNH7100BAS 



VH76 SO16-N VNH7110AS 



VN01TT 



VN7004CLH 



VH56 OCTAPAK VN7003ALH 



VN1TT4 



VNH7070BAS VH73 SO16-N 



VNHD7008AY VH75 PwSSO36 



 



 



 



 



 



 



 Reliability Strategy and Test Plan 



1.2.1 Reliability strategy 



 



The listed devices were classified Derivative of the Master ones used as Technology test vehicles.  



 



Reliability trials performed as part of this reliability evaluation are in agreement with ST 0061692 and 



AEC-Q100 rev. H Grade 1 specification. 
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1.2.2 Test Plan 



 AEC-Q100 TEST PLAN 



 
 



 
 
 
 
 
 
 
 
 



TEST GROUP TEST NAME DESCRIPTION / COMMENTS TEST FLAG 



A 



Accelerated 



Environment Stress 



Tests 



PC (JL3) Preconditioning (JL3+3 reflows simulation) Similarity 



THB Temperature Humidity Bias Similarity 



AC Autoclave at 2atm Similarity 



TC Temperature Cycling Similarity 



PTC Power Temperature Cycling Similarity 



HTSL High Temperature Storage Life Similarity 



B 



Accelerated Lifetime 



Simulation Tests 



 



HTOL High Temperature Operating Life Similarity 



ELFR Early Life Failure Rate 
Similarity 



(generic data) 



EDR Endurance Data Retention Not Applicable 



C 



Package Assembly 



Integrity Tests 



WBS Wire Bond Shear Yes 



WBP Wire Bond Pull Yes 



SD Solderability Not Applicable 



PD Physical Dimension Not Applicable 



SBS Solder Ball Shear Not Applicable 



LI Lead Integrity Not Applicable 



D  



Die Fabrication 



Reliability Tests 



Test list is reported in section 5 Performed during process qualification 
Similarity 



(generic data) 



E 



Electrical Verification 



Tests 



ESD (HBM) Electrostatic Discharge (Human Body Model) Yes 



ESD (CDM) Electrostatic Discharge (Charged Device Model) Yes 



LU Latch Up Yes 



ED Electrical distribution  Yes 



FG Fault grading Not Applicable 



CHAR Characterization  Not Applicable 



EMC Electromagnetic Compatibility Not Applicable 



SC Short Circuit Characterization Not Applicable 



SER Soft Error Rate Not Applicable 



LF Lead (Pb) Free: (see AEC-Q005) Not Applicable 



F 



Defect Screening Tests 
Test list is reported in section 5 To be implemented starting from first production lot No 



G 



Cavity Package  



 



 



 



 



 



 



 



Integrity Tests 



Test list is reported in section 5 N/A: not for plastic packaged devices Not Applicable 
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1.3 Conclusion 



 



All reliability tests have been completed with positive results, neither functional nor parametric rejects 



were detected at final electrical testing. 



 



Based on the overall results obtained, the Derivative products diffused in ST Ang Mo Kio SG8 (Singapore) 



8” Wafer Fab have positively passed reliability evaluation performed in agreement to AEC_Q100 Rev.H 



specification Grade 1. 
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2 Traceability 



 
 



2.1 Wafer Fab information  



 



Commercial Product 
VNH7100BAS, 



VNH7110AS, VN01TT 



VN7004CLH  



VN7003ALH, VN1TT4 
VNH7070BAS VNHD7008AY 



Wafer fab name / location ST Ang Mo Kio SG8 / SG8-E (Singapore) 



Wafer diameter (inches) 8” 



Silicon process technology VIPower [M0S9 +M0L7] 



Silicon line code VH76 VH56 VH73 VH75 



Die finishing front side Teos + PTeos + SiOn + PIX 



Die finishing back side Ti-NiV-Au 
Ti-NiV-Au (XV46) 



RAW SILICON (XV50) 
Ti-NiV-Au 



Ti-NiV-Au (XV76) 



RAW SILICON (XV75) 



Die size (micron) 
1080 x 1400 (XV38) 



1880 x 2690 (XV58) 



4030 x 2740 (XV46) 



1310 x 2450 (XV50) 



1280 x 1460 (XV33) 



2180 x 2690 (XV56) 



3740 x 2600 (XV76) 



2240 x 2140 (XV75) 



Metal levels/ materials/ 



thicknesses 



1/ Ti/TiN/TiAlCu / 



4.710um (XV38) 



2/ Ti/TiN/Ti/AlCu/TiN / 



3.180 um (last) (XV58) 



1/ Ti/TiN/TiAlCu / 



4.710um (XV46) 



2/ Ti/TiN/Ti/AlCu/TiN 



/3.180 um (last) (XV50) 



1/ Ti/TiN/TiAlCu / 



4.710um (XV33) 



2/ Ti/TiN/Ti/AlCu/TiN / 



3.180 um (last) (XV56) 



1/ Ti/TiN/TiAlCu / 



4.710um (XV76) 



2/ Ti/TiN/Ti/AlCu/TiN / 



3.180 um (last) (XV75) 



 
 



2.2 Assembly information 



 



Commercial Product 
VNH7100BAS, 



VNH7110AS, VN01TT 



VN7004CLH  



VN7003ALH, VN1TT4 
VNH7070BAS VNHD7008AY 



Assembly plant name / 



location 



SC – UTAC Thai Limited 



(Thailand) 
ST SHENZHEN (China) 



SC – UTAC Thai Limited 



(Thailand) 
ST MUAR (Malaysia) 



Package description SO16-N OCTAPAK SO16-N PwSSO36 



Lead frame finishing 



(material/thickness) 



SO16N UHD FD0653 



2x1.73x2.476mm/1x 



3.60x2.476mm 



OCTAPAK 7L Mtx Ve5 OpA 



80u SelNi 
SO16N STAMP FD0534 



 



PSSO 36L WMtx Opt I V3 



Die attach material 
GLUE HENKEL 



QMI529HT-2A1 



TAPE ADWILL  



LE-5000P8AKS 



PREFORM Pb/Ag/Sn 



95.5/2.5/2 



GLUE HENKEL 



QMI529HT-2A1 



TAPE ADWILL 



 LE-5050P8AS 



PREFORM Pb/Ag/Sn 



97.5/1.5/1 



Wire bonding 



material/diameter 



Cu D 2.5 mils, 



 Cu D 1.0 mils 



Al D 12 mils,  



Cu D 1.2 mils 



Cu D 2.5 mils, 



 Cu D 1.0 mils 



Cu D 2.5 mils, 



 Cu D 1.2 mils 



Molding compound material HALOGEN FREE G633CB SUMITOMO EME-G631BQ HALOGEN FREE G605-L SUMITOMO EME-G700LS 
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3 Tests results summary 



 Lot Information   



 



Lot # Commercial Product Silicon Line Diffusion Lot # Assy Lot # 



1 VNH7100BAS, VNH7110AS, VN01TT VH76 
C229L15 (XV38) 



C231TE8 (XV58) 
3B01472 



2 VN7004CLH, VN7003ALH, VN1TT4 VH56 
C2128XN (XV46) 



C221P5N (XV50) 
GK2429FHRR 



3 VNH7070BAS VH73 
C225P20 (XV56) 



C2128XV (XV33) 
99247PE401 



4 VNHD7008AY VH75 
C230PNF (XV75) 



C229L13 (XV76) 
992520XT01 



 



  Test results summary 



 



TEST GROUP A – ACCELERATED ENVIRONMENT STRESS TESTS 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



PC A1 
JESD22-A113 



J-STD-020 



24h bake@125°C, including 5 



Temperature Cycling 



Ta=-40ºC/+60ºC 



 



ACC MSL3 (52h@60C/60%RH) 



 



3x Reflow simulation. 



Peak Reflow Temp= 260°C 



 



100 Temperature Cycling 



Ta=-50ºC/+150ºC 



- - - - 



Family approach with 



M0S9 Technology in SG8 



(ST reference report # 



RERLVIP22011) 



THB A2 
JESD22 A101 



JESD22 A110 



Ta=85°C, 85%RH, 



Duration= 1000hrs 
- - - - 



AC A3 



JESD22 A102 



or JESD22 A118 



or JESD22-A101 



ENV. SEQ.  



Environmental Sequence 



TC (Ta=-65ºC / +150ºC for 



100 cycles) + 



AC (Ta=121ºC, Pa=2atm for 



96 hours) 



- - - - 



TC A4 JESD22 A104 
Ta=-55°C /+150 °C 



Duration= 1000 cyc 
- - - - 



PTC A5 JESD22 A105 
Ta=-40°C /+125 °C 



Duration=1000 cyc 
- - - - 



HTSL A6 JESD22 A103 
Ta= 150ºC 



Duration= 1000hrs 
- - - - 
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TEST GROUP B – ACCELERATED LIFETIME SIMULATION TESTS 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



HTOL B1 JESD22 A108 



TJ=150°C 



Duration= 1000hrs 



 



Bias dynamic stress (OLT) 



- - - - 



Family approach with 



M0S9 Technology in SG8 



(ST reference report # 



RERLVIP22011) 



HTOL B1 JESD22 A108 



Ta=150°C 



Duration= 1000hrs 



 



Bias static stress (HTB) 



- - - - 



ELFR B2 AEC-Q100-008 
Ta max=150°C 



Duration=24hrs 
- - - - 



EDR B3 AEC-Q100-005 
Specific tests and conditions to 



be defined in case of NVM 
- - - - Not Applicable 



 



 



TEST GROUP C – PACKAGE ASSEMBLY INTEGRITY TESTS 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



WBS C1 
AEC-Q100-001 



AEC-Q003 
Wire Bond Shear: (Cpk > 1.67) 1 



30 bonds / 



minimum 5 



units / each lot 



 



All 



measurement 



within spec 



limits 



1 lot / device 



WBP C2 



Mil-STD-883, 



Method 2011 



AEC-Q003 



Wire Bond Pull: (Cpk > 1.67)  1 



30 bonds / 



minimum 5 



units / each lot 



 



All 



measurement 



within spec 



limits 



1 lot / device 



SD C3 
JESD22 B102 



JSTD-002D 



Solderability: (>95% coverage) 



8hr steam aging prior to 



testing 



- - - - Not Applicable 



PD C4 



JESD22 B100, 



JESD22 B108 



AEC-Q003 



Physical Dimensions: 



(Cpk > 1.67) 
- - - - Not Applicable 



SBS C5 
AEC-Q100-010 



AEC-Q003 
Only for BGA package - - - - Not Applicable 



LI C6 JESD22 B105 
Not required for Surface Mount 



Devices 
- - - - Not Applicable 
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TEST GROUP D – DIE FABRICATION RELIABILITY TESTS 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



EM D1 JESD61 
Data, test method and criteria 
available upon request 



- - - - Not applicable 



TDDB D2 JESD35 
Data, test method and criteria 
available upon request - - - - Family approach with 



M0S9 Technology in SG8 



(ST reference report # 



RERLVIP22011) HCI D3 JESD60 & 28 
Data, test method and criteria 
available upon request - - - - 



NBTI D4 JESD90 
Data, test method and criteria 
available upon request - - - - Not applicable 



SM D5 JESD61, 87, & 202 
Data, test method and criteria 
available upon request - - - - Not applicable 
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TEST GROUP E - ELECTRICAL VERIFICATION 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



TEST E1 
User/Supplier 



Specification 



Pre and Post Stress Electrical 



Test 
All All All Passed All parametric and functional tests 



HBM E2 AEC-Q100-002 Target: ±2kV 4 3 12 



VNH7100BAS, VNH7110AS, VN01TT: 



Pins: OUTx, VCC: ±5.0kV 



Pins: INx, SEL0, CS: ±3.0kV 



Pin PWM: ±1.6kV 
 



VN7004CLH, VN7003ALH, VN1TT4: 



All pins: ±3KV 
 



VNH7070BAS: 



Pins: OUTx, VCC: ±5.0kV 



Pins: Inx, SEL0: ±3.0kV 



Pin: C_Sense: ±2.5kV 



Pin: PWM: ±2.0kV 
 



VNHD7008AY: 



Pins: MSense, Vreg, K_SOURCE_LSA&B: ±3.0kV 



All other pins: ±5.0kV 



 



 



 



 



 



 CDM E3 AEC-Q100-011 



Target: 



±750V on corner pins 



± 500V all others 



4 3 12 



VNH7100BAS, VNH7110AS, VN01TT: 



All pins: ±1000V 
 



VN7004CLH, VN7003ALH, VN1TT4: 



All pins: ±1000V 
 



VNH7070BAS: 



All pins: ±1000V 
 



VNHD7008AY: 



All pins: ±1000V 



LU E4 AEC-Q100-004 
Current Injection 



Class II - Level A (+/- 100mA) 
4 3 12 



VNH7100BAS, VNH7110AS, VN01TT: 



All pins: ±50mA 



Pins OUTx: ±100mA 
 



VN7004CLH, VN7003ALH, VN1TT4: 



All pins: ±50mA  



Pin OUT: ±100mA 
 



VNH7070BAS: 



All pins: ±50mA 



Pins OUTx: ±100mA 
 



VNHD7008AY: 



Pins: CP, VREG, Gate_LSA&B, VREF_OVL_LSA&B: not tested 



All other pins: ±50mA 



Pins OUTx: ±100mA 



 



 



 



 



 



 



ED E5 
AEC-Q100-009 



AEC-Q003 



Electrical Distributions: (Test 



@ Rm/Hot/Cold) (where 



applicable, Cpk >1.67) 



4 30 120 Done 
 



 



EMC E9 SAE J1752/3 
Electromagnetic Compatibility 



(Radiated Emissions) 
- - - - Not Applicable 



SC E10 AEC Q100-012 Short Circuit Characterization - - - - Not Applicable 



SER E11 



JESD89-1 



JESD89-2 



JESD89-3 



Applicable to devices with 



memory 
- - - - Not Applicable 



LF E12 AEC-Q005 
Lead (Pb) Free: (see AEC-



Q005) 
- - - - Not Applicable 











 
   



 



RERLVIP23009                                                                                            Page 11 of 12 
 



ST Restricted 



TEST GROUP F – DEFECT SCREENING TESTS 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



PAT F1 AEC-Q001 
Process Average Testing: (see 



AEC-Q001) 
Not performed on qualification lots. 



It will be implemented starting from first production lot 



SBA F2 AEC-Q002 
Statistical Bin/Yield Analysis: 



(see AEC-Q002) 



 



 



TEST GROUP G – CAVITY PACKAGE INTEGRITY TESTS 



Test # Reference 
AEC-Q100 



STM Test Conditions 
Lots S.S. Total 



Results 



FAIL/SS/Lots 
Comments 



MS G1 JESD22 B104 Mechanical Shock 



Not Applicable: not for plastic packaged devices 



VFV G2 JESD22 B103 Variable Frequency Vibration 



CA G3 
MIL-STD-883 



Method 2001 
Constant Acceleration 



GFL G4 
MIL-STD-883 



Method 1014 
Gross and Fine Leak 



DROP G5  Drop Test, Package Drop 



LT G6 
MIL-STD-883 



Method 2004 
Lid Torque 



DS G7 
MIL-STD-883 



Method 2019 
Die Shear 



IWV G8 
MIL-STD-883 



Method 1018 
Internal Water Vapor 
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TERMS OF USE 



BY ACCEPTING THIS REPORT, YOU AGREE TO THE FOLLOWING TERMS OF USE: 



This Reliability Evaluation Report (the “Report”) and all information contained herein is the property of STMicroelectronics (“ST”) and is 



provided solely for the purpose of obtaining general information relating to an ST product. Accordingly, you hereby agree to make use of 



this Report solely for the purpose of obtaining general information relating to the ST product. You further acknowledge and agree that 



this Report may not be used in or in connection with any legal or administrative proceeding in any court, arbitration, agency, commission, 



or other tribunal or in connection with any action, cause of action, litigation, claim, allegation, demand, or dispute of any kind. You 



further acknowledge and agree that this Report shall not be construed as an admission, acknowledgement, or evidence of any kind, 



including, without limitation, as to the liability, fault, or responsibility whatsoever of ST or any of its affiliates, or as to the accuracy or 



validity of the information contained herein, or concerning any alleged product issue, failure, or defect. ST does not promise that this 



Report is accurate or error free and specifically disclaims all warranties, express or implied, as to the accuracy of the information 



contained herein. Accordingly, you agree that in no event will ST or its affiliates be liable to you for any direct, indirect, consequential, 



exemplary, incidental, punitive, or other damages, including lost profits, arising from, or relating to your reliance upon or use of this 



Report. You further acknowledge and agree that the use of this Report in violation of these Terms of Use would cause immediate and 



irreparable harm to ST which could not adequately be remedied by damages. You therefore agree that injunctive relief is an appropriate 



remedy to enforce these Terms of Use. 



Disclosure of this document to any non-authorized party must be previously authorized by ST only under the provision of a proper 



confidentiality contractual arrangement executed between ST and you and must be treated as strictly confidential. 



At all times you will comply with the following security rules: 



· Do not copy or reproduce all or part of this document 



· Keep this document locked away 



· Further copies can be provided on a "need to know basis", Please contact your local ST Sales Office or document writer 



Purchasers should obtain the latest relevant information on ST products before placing orders. ST products are sold pursuant to ST’s 



terms and conditions of sale in place at the time of order acknowledgement, including, without limitation, the warranty provisions 



thereunder. 



In that respect, please note that ST products are not designed for use in some specific applications or environments described in above 



mentioned terms and conditions. 



Purchasers are solely responsible for the choice, selection, and use of ST products and ST assumes no liability for application assistance 



or the design of Purchasers’ products. 



Information furnished is believed to be accurate and reliable. However, ST assumes no responsibility for the consequences of use of such 



information nor for any infringement of patents or other rights of third parties which may result from its use. No license, express or 



implied, to any intellectual property right is granted by ST herein. 



ST and ST logo are trademarks of ST. All other product or service names are the property of their respective owners. 



Information in this document supersedes and replaces information previously supplied in any prior version of this document. 



©2023 STMicroelectronics - All rights reserved 
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125°C 1 ** VOLTS 4.5E+01 1.9E-01 1.0E+01 1.2E+01 10.24 4.5E+01 8.6E-02 2.3E+01 2.7E+01 23.01 -0.08



125°C 2 ** VOLTS -6.7E-01 3.0E-03 1.4E+01 1.3E+01 13.40 -6.7E-01 1.6E-03 2.7E+01 2.4E+01 23.77 0.55



125°C 3 ** VOLTS -5.7E-01 3.2E-03 1.3E+01 1.3E+01 12.79 -5.7E-01 1.5E-03 3.0E+01 2.7E+01 27.25 0.66



125°C 4 ** VOLTS 6.7E+00 3.0E-02 1.1E+01 8.4E+00 8.43 6.7E+00 2.6E-02 1.2E+01 1.0E+01 10.04 -0.33



125°C 5 ** VOLTS 3.4E-01 7.0E-03 1.9E+00 7.7E+00 1.86 3.3E-01 2.6E-03 3.9E+00 2.2E+01 3.91 -2.47



125°C 6 ** uAMPS 1.9E+00 2.1E-01 3.1E+00 1.3E+01 3.06 1.9E+00 1.6E-01 3.9E+00 1.6E+01 3.93 1.71



125°C 7 ** uAMPS 1.8E+00 1.9E-01 3.1E+00 1.6E+01 3.12 1.8E+00 1.4E-01 4.2E+00 2.0E+01 4.19 3.16



125°C 8 ISOFF@13V uAMPS 0 11 1.7E+00 1.9E-01 3.1E+00 1.7E+01 3.12 1.8E+00 1.4E-01 4.3E+00 2.2E+01 4.26 2.86



125°C 9 ** uAMPS 1.7E+00 1.8E-01 3.1E+00 1.7E+01 3.12 1.8E+00 1.4E-01 4.4E+00 2.3E+01 4.45 4.76



125°C 10 ** uAMPS 8.8E+00 3.0E-01 9.8E+00 4.6E+01 9.84 9.1E+00 1.9E-01 1.6E+01 7.1E+01 15.79 3.70



125°C 11 ** uAMPS 1.5E+02 5.4E+00 9.3E+00 3.4E+01 9.34 1.6E+02 7.0E+00 7.5E+00 2.6E+01 7.55 3.80



125°C 12 ILOFF@13V uAMPS 0 11 1.7E+00 1.8E-01 3.1E+00 2.1E+01 3.11 1.7E+00 1.3E-01 4.4E+00 2.9E+01 4.42 3.47



125°C 13 ** uAMPS 3.2E-02 1.8E-02 NA 1.8E+01 18.22 3.3E-02 1.8E-02 NA 1.8E+01 17.55 1.29



125°C 14 VMSENSE@15UA 7V VOLTS 0.5 1.8E-05 1.5E-04 NA 1.1E+03 1096.31 1.7E-05 2.2E-05 NA 7.6E+03 7594.49 -4.31



125°C 15 VMSENSE@15UA 18V VOLTS 0.5 3.6E-05 1.5E-04 NA 1.1E+03 1095.48 3.7E-05 2.5E-05 NA 6.6E+03 6572.57 3.86



125°C 16 * VOLTS 5.8E+00 1.9E-02 7.8E+00 9.9E+00 7.85 5.8E+00 6.8E-03 2.1E+01 2.8E+01 20.50 -0.38



125°C 17 * VOLTS 6.2E+00 3.3E-02 6.0E+00 4.0E+00 4.00 6.2E+00 2.6E-02 7.8E+00 5.1E+00 5.11 0.05



125°C 18 ISON@13V mAMPS 6.5 2.9E+00 8.7E-02 3.5E+00 1.4E+01 3.50 2.9E+00 4.9E-02 6.1E+00 2.4E+01 6.10 -0.47



125°C 19 ** mAMPS 3.2E+00 9.1E-02 4.5E+00 1.0E+01 4.46 3.2E+00 5.1E-02 7.7E+00 1.8E+01 7.74 -0.85



125°C 20 VCC_CLAMP VOLTS 41 52 4.5E+01 1.9E-01 6.9E+00 1.2E+01 6.95 4.5E+01 8.6E-02 1.5E+01 2.7E+01 15.28 -0.08



125°C 21 ** MOHM 6.3E+00 2.1E-01 6.0E+00 1.2E+01 5.99 6.1E+00 7.5E-02 1.6E+01 3.5E+01 16.18 -1.75



125°C 22 * MOHM 5.5E+00 1.4E-01 7.2E+00 2.2E+00 2.25 5.5E+00 6.8E-02 1.5E+01 5.0E+00 5.01 -1.28



125°C 23 * MOHM 5.4E+00 1.4E-01 7.0E+00 2.6E+00 2.57 5.4E+00 6.9E-02 1.4E+01 5.6E+00 5.57 -1.32



125°C 24 * MOHM 5.4E+00 1.4E-01 7.0E+00 2.6E+00 2.57 5.3E+00 6.9E-02 1.4E+01 5.6E+00 5.56 -1.38



125°C 25 * AMPS -6.4E-01 3.5E-03 5.9E+00 3.5E+00 3.55 -6.3E-01 1.5E-03 1.5E+01 7.7E+00 7.66 0.65



125°C 26 ** MOHM 5.5E+00 1.3E-01 9.0E+00 6.3E+00 6.26 5.5E+00 6.9E-02 1.7E+01 1.2E+01 12.29 -1.37



125°C 27 * mAMPS -2.9E+00 8.8E-02 1.2E+01 7.3E+00 7.34 -2.9E+00 5.0E-02 2.1E+01 1.3E+01 12.87 0.48



125°C 28 ** # 1.6E+04 4.6E+02 5.9E+00 6.3E+00 5.93 1.7E+04 4.5E+02 6.2E+00 6.3E+00 6.21 1.29



125°C 29 K0_13V # 9000 24500 1.6E+04 2.7E+02 9.2E+00 9.9E+00 9.20 1.7E+04 2.1E+02 1.2E+01 1.2E+01 12.09 1.08



125°C 30 K1_13V # 13150 19750 1.6E+04 2.5E+02 4.4E+00 4.5E+00 4.39 1.7E+04 1.8E+02 6.5E+00 6.0E+00 5.97 1.04



125°C 31 K2_13V # 14200 19100 1.6E+04 2.5E+02 3.0E+00 3.7E+00 2.98 1.7E+04 1.8E+02 4.5E+00 4.8E+00 4.50 1.07



125°C 32 K3_13V # 14760 18670 1.6E+04 2.4E+02 2.3E+00 3.1E+00 2.27 1.7E+04 1.8E+02 3.5E+00 4.0E+00 3.49 1.12



125°C 33 ** uUA 6.1E+01 1.1E+00 1.6E+01 NA 15.85 6.0E+01 8.4E-01 2.0E+01 NA 19.83 -1.04



125°C 34 VDEM _16V VOLTS -36 -25 -2.9E+01 2.1E-01 1.1E+01 6.5E+00 6.54 -2.9E+01 9.6E-02 2.4E+01 1.4E+01 13.68 0.29



125°C 35 ** A 4.9E+01 2.9E+00 4.5E+00 NA 4.54 5.0E+01 2.4E+00 5.5E+00 NA 5.53 1.81



125°C 36 ** AMPS 4.8E+01 3.0E+00 4.7E+00 3.5E+00 3.51 5.0E+01 2.5E+00 5.9E+00 3.9E+00 3.91 4.74



125°C 37 ** AMPS -6.0E-01 1.2E-01 NA 1.6E+01 15.85 -5.9E-01 1.0E-01 NA 1.8E+01 18.28 1.41



125°C 38 ** AMPS 4.9E+01 2.7E+00 5.4E+00 3.8E+00 3.75 5.1E+01 2.3E+00 6.8E+00 4.3E+00 4.27 3.44



125°C 39 ** AMPS 1.5E+01 5.9E-02 1.8E+01 9.8E+00 9.81 1.5E+01 2.8E-02 4.0E+01 2.0E+01 20.45 0.23



125°C 40 * USEC 4.8E+01 4.3E+00 2.8E+00 3.6E+00 2.80 4.9E+01 3.0E+00 4.2E+00 5.1E+00 4.22 1.96



125°C 41 * USEC 6.4E+01 3.9E+00 2.9E+00 2.2E+00 2.24 6.5E+01 3.0E+00 3.8E+00 2.7E+00 2.74 1.82



125°C 42 * USEC 3.7E+01 3.5E+00 2.3E+00 6.9E+00 2.31 3.8E+01 1.7E+00 4.8E+00 1.4E+01 4.80 0.81



125°C 43 * USEC 3.2E+01 2.6E+00 2.4E+00 1.0E+01 2.36 3.1E+01 1.7E+00 3.6E+00 1.6E+01 3.64 -0.68



125°C 44 TSKEW USEC -50 50 9.7E+00 5.3E+00 3.7E+00 2.5E+00 2.53 9.4E+00 3.5E+00 5.6E+00 3.9E+00 3.86 -3.17



125°C 45 ISENSE0@7V M_DIS uAMPS 0 0.5 5.8E-03 8.2E-04 2.4E+00 2.0E+02 2.38 6.0E-03 7.3E-04 2.7E+00 2.2E+02 2.74 3.56



125°C 46 ISENSE0@18V M_DIS uAMPS 0 0.5 1.6E-01 3.0E-02 1.8E+00 3.7E+00 1.76 1.5E-01 2.7E-02 1.9E+00 4.3E+00 1.92 -4.17



125°C 47 * uAMPS 3.7E-02 1.8E-02 6.7E-01 9.0E+01 0.67 3.6E-02 7.8E-03 1.5E+00 2.1E+02 1.52 -4.22 Low CPK: see NOTE 1



125°C 48 * uAMPS 2.4E-01 2.6E-01 3.1E-01 6.2E+00 0.31 2.3E-01 1.9E-01 4.1E-01 8.5E+00 0.41 -4.17 Low CPK: see NOTE 1



125°C 49 TD_STBY uSECONDS 60 550 3.1E+02 2.1E+01 4.0E+00 3.7E+00 3.70 3.1E+02 2.3E+01 3.6E+00 3.5E+00 3.49 -1.07



125°C 50 VICL@1MA@7V VOLTS 5.3 7.5 6.9E+00 2.6E-02 2.1E+01 7.1E+00 7.06 6.9E+00 1.3E-02 4.3E+01 1.5E+01 14.94 -0.19



125°C 51 * VOLTS -6.4E-01 2.9E-03 1.2E+01 2.8E+01 12.11 -6.4E-01 2.2E-03 1.7E+01 3.6E+01 16.87 0.73



125°C 52 VFRDIAG@1MA@7V VOLTS 5.3 7.5 6.9E+00 2.6E-02 2.1E+01 7.2E+00 7.24 6.9E+00 1.3E-02 4.2E+01 1.5E+01 15.21 -0.18



125°C 53 ** VOLTS -5.5E-01 2.9E-03 2.3E+01 1.8E+01 17.51 -5.5E-01 4.8E-03 1.4E+01 1.0E+01 10.24 0.90



125°C 54 VMSENSECL@1MA@7V VOLTS -17 -12 -1.4E+01 4.4E-02 2.4E+01 1.3E+01 13.18 -1.4E+01 1.4E-01 7.3E+00 4.9E+00 4.87 -1.76



125°C 55 ** VOLTS 6.7E+00 3.0E-02 6.1E+00 5.0E+00 5.02 6.7E+00 2.6E-02 6.8E+00 6.1E+00 6.11 -0.33



125°C 56 VICL@1MA@28V VOLTS 5.3 7.5 7.0E+00 2.7E-02 2.1E+01 6.7E+00 6.66 7.0E+00 1.3E-02 4.2E+01 1.4E+01 13.84 -0.20



125°C 57 VFRDIAG@1MA@28V VOLTS 5.3 7.5 7.0E+00 2.6E-02 2.1E+01 6.9E+00 6.89 6.9E+00 1.3E-02 4.2E+01 1.4E+01 14.38 -0.22



125°C 58 VMSENSECL@1MA@18V VOLTS -17 -12 -1.4E+01 3.9E-02 2.5E+01 1.7E+01 17.12 -1.4E+01 1.2E-01 7.9E+00 6.1E+00 6.08 -1.22



125°C 59 ** VOLTS 3.7E-01 6.9E-03 4.1E+00 1.3E+01 4.06 3.7E-01 3.0E-03 8.6E+00 3.2E+01 8.64 -1.73



VN7004CLHTR-S_STD (CT8) VN7004CLHTR-S_NEW (SG8)
Differences between NEW and STD: [(NEW-



STD)/STD]*100



Mean values Drift analysis in % referred to STD



note 1 : the low CPK is due to the fact that the low  limit is in this case 0 and this impacts the 



CPKL. On the other side the distribution of this current is positive , therefore the CPK L is not 



important and only CPK H has to be taken into consideration.



note 2 : the low CPK is due to the fact that the upper  limit is in this case 0 and this impacts the 



CPK H. On the other side the distribution of this current is negative , therefore the CPK H is not 



important and only CPK L has to be taken into consideration.



note 3: the mean drift is not an issue because the difference between the two measurements 



(**) internal test 



(*)  guardbanded Vs spec 



#ST Restricted











125°C 60 ** VOLTS 5.1E-01 2.0E-02 3.2E+00 3.2E+00 3.18 4.9E-01 1.7E-02 3.4E+00 4.1E+00 3.42 -3.42



125°C 61 ** USEC 3.0E+02 1.6E+01 5.9E+00 NA 5.89 3.0E+02 1.6E+01 5.9E+00 NA 5.93 0.98



125°C 62 TSD _C 150 200 1.8E+02 3.1E+00 3.2E+00 2.2E+00 2.15 1.8E+02 2.1E+00 4.1E+00 3.9E+00 3.91 -2.51



125°C 63 TRS _C 135 1.7E+02 4.2E+00 2.8E+00 NA 2.79 1.7E+02 2.1E+00 4.8E+00 NA 4.76 -2.76



125°C 64 ** VOLTS 6.1E-04 6.7E-04 NA 2.5E+02 246.86 5.8E-04 2.6E-04 NA 6.5E+02 651.18 -4.63



125°C 65 ** VOLTS 6.2E-04 6.7E-04 NA 2.5E+02 247.02 6.0E-04 3.0E-04 NA 5.5E+02 554.21 -3.99



125°C 66 ** V 5.8E+00 1.9E-02 1.5E+01 NA 14.71 5.8E+00 5.2E-03 5.2E+01 NA 52.02 -0.31



125°C 67 ** V 6.2E+00 3.4E-02 1.2E+01 NA 11.65 6.2E+00 2.6E-02 1.5E+01 NA 15.30 0.03



125°C 68 ** VOLTS 5.8E+00 1.9E-02 1.1E+01 1.4E+01 11.17 5.8E+00 6.2E-03 3.3E+01 4.2E+01 32.94 -0.31



125°C 69 VSENH@13V VOLTS 5 6.6 6.2E+00 3.5E-02 1.2E+01 3.8E+00 3.82 6.2E+00 2.6E-02 1.5E+01 5.0E+00 4.97 0.03



125°C 70 ** VOLTS 6.2E+00 3.4E-02 9.7E+00 3.8E+00 3.84 6.2E+00 2.6E-02 1.3E+01 5.0E+00 5.01 0.03



125°C 71 ** VOLTS 6.2E+00 3.5E-02 9.7E+00 3.8E+00 3.79 6.2E+00 2.6E-02 1.3E+01 4.9E+00 4.93 0.03



125°C 72 ISENH mAMPS 7 30 2.1E+01 4.8E-01 1.0E+01 5.9E+00 5.93 2.1E+01 3.4E-01 1.4E+01 8.8E+00 8.76 -1.97



125°C 73 TDS2H@7V USEC 380 1.0E+02 8.2E+00 NA 1.1E+01 11.41 1.0E+02 7.1E+00 NA 1.3E+01 12.93 2.85



125°C 74 TDS2L@7V USEC 250 7.9E+01 5.2E+00 NA 1.1E+01 10.99 8.0E+01 4.1E+00 NA 1.4E+01 13.79 1.28



125°C 75 TDS2H@18V USEC 380 1.0E+02 1.0E+01 NA 9.0E+00 8.97 1.1E+02 7.8E+00 NA 1.2E+01 11.74 4.80



125°C 76 TDS2L@18V USEC 250 9.4E+01 6.1E+00 NA 8.5E+00 8.50 9.4E+01 4.5E+00 NA 1.2E+01 11.64 0.67



125°C 77 * USEC 3.5E+00 1.1E-01 7.4E+00 3.4E+01 7.38 3.6E+00 6.6E-02 1.3E+01 5.7E+01 13.00 2.29



125°C 78 * USEC 3.3E+00 1.0E-01 7.6E+00 3.8E+01 7.58 3.5E+00 6.7E-02 1.2E+01 5.7E+01 12.15 3.22



125°C 79 * USEC 2.7E+01 9.9E-01 5.8E+00 6.0E+00 5.80 2.8E+01 6.1E-01 9.9E+00 9.1E+00 9.10 3.76



125°C 80 * USEC 2.7E+01 9.9E-01 5.7E+00 6.1E+00 5.70 2.8E+01 6.3E-01 9.6E+00 9.0E+00 9.04 4.22



125°C 81 ** USEC 4.9E+00 1.2E-01 1.3E+01 2.7E+01 13.46 5.1E+00 5.0E-02 3.4E+01 6.6E+01 34.23 3.66



125°C 82 ** uAMPS -1.8E+02 3.3E+00 6.7E+00 3.4E+00 3.44 -1.8E+02 1.3E+00 1.7E+01 7.9E+00 7.89 1.20



125°C 83 ** USEC 5.1E+01 3.1E+00 NA 4.2E+00 4.18 5.1E+01 2.3E+00 NA 5.8E+00 5.76 -0.47



125°C 84 ** USEC 1.3E+01 1.2E+00 3.7E+00 NA 3.69 1.3E+01 9.7E-01 4.6E+00 NA 4.59 1.54



125°C 85 ** V 1.3E+01 4.9E-03 6.3E+01 NA 62.88 1.3E+01 1.2E-03 2.5E+02 NA 247.13 0.01



125°C 86 ** uAMPS 2.1E+00 2.3E-01 3.1E+00 1.6E+01 3.09 2.2E+00 1.1E-01 6.5E+00 3.2E+01 6.47 2.86



125°C 87 ** uAMPS 2.0E+00 2.2E-01 3.1E+00 1.7E+01 3.09 2.1E+00 1.1E-01 6.4E+00 3.3E+01 6.37 2.17



125°C 88 ** uAMPS 4.1E-01 6.5E-02 2.1E+00 1.3E+01 2.07 4.3E-01 4.3E-02 3.3E+00 2.0E+01 3.32 4.45



-40°C 1 ** uAMPS 4.1E-02 1.1E-02 1.2E+00 1.0E+01 1.19 3.9E-02 8.9E-03 1.5E+00 1.4E+01 1.48 -3.35 Low CPK: see NOTE 1



-40°C 2 ** uAMPS 1.8E-02 9.8E-03 6.2E-01 1.3E+01 0.62 1.8E-02 7.2E-03 8.2E-01 1.8E+01 0.82 -3.73 Low CPK: see NOTE 1



-40°C 3 * uAMPS 1.4E-02 9.2E-03 5.1E-01 1.4E+01 0.51 1.5E-02 7.1E-03 7.0E-01 1.8E+01 0.70 4.87 Low CPK: see NOTE 1



-40°C 4 ** uAMPS 1.1E-02 8.6E-03 4.1E-01 1.5E+01 0.41 1.0E-02 5.8E-03 5.8E-01 2.2E+01 0.58 -4.84 Low CPK: see NOTE 1



-40°C 5 ** uAMPS 8.4E+00 4.2E-01 6.6E+00 3.6E+00 3.62 8.2E+00 1.1E-01 2.5E+01 1.4E+01 14.42 -2.07



-40°C 6 ** uAMPS 1.5E+02 1.1E+01 4.8E+00 1.7E+01 4.83 1.6E+02 9.0E+00 6.0E+00 2.0E+01 6.00 4.97



-40°C 7 ** uAMPS 2.3E-02 2.8E-02 2.7E-01 4.4E+00 0.27 2.4E-02 5.7E-03 1.4E+00 2.2E+01 1.41 4.46 Low CPK: see NOTE 1



-40°C 8 ** uAMPS 8.5E-03 4.5E-03 NA 7.4E+01 73.77 8.1E-03 3.3E-03 NA 9.9E+01 98.94 -4.74



-40°C 9 ISON@13V mAMPS 6.5 3.7E+00 9.0E-02 NA 1.1E+01 10.51 3.6E+00 6.9E-02 NA 1.4E+01 13.86 -1.18



-40°C 10 ** mAMPS 4.0E+00 1.6E-01 2.1E+00 5.4E+00 2.10 3.9E+00 7.2E-02 4.3E+00 1.2E+01 4.29 -1.43



-40°C 11 VCC_CLAMP VOLTS 38 4.2E+01 3.0E-01 4.1E+00 9.1E+00 4.06 4.0E+01 1.5E-01 4.8E+00 2.2E+01 4.81 -3.72



-40°C 12 VBAT MIN VOLTS 4 2.8E+00 2.8E-02 8.9E+00 1.5E+01 8.86 2.8E+00 8.0E-03 3.2E+01 5.1E+01 32.32 0.66



-40°C 13 VUSD VOLTS 4 2.4E+00 2.8E-02 NA 1.9E+01 18.85 2.4E+00 1.5E-02 NA 3.5E+01 34.83 0.34



-40°C 14 VBAT MAX V 28 2.8E+01 1.8E-02 1.9E+00 NA 1.90 2.8E+01 3.2E-03 1.0E+01 NA 10.48 -0.02



-40°C 15 * VOLTS 3.7E-01 1.5E-02 6.0E+00 1.4E+01 5.99 3.8E-01 1.4E-02 6.5E+00 1.5E+01 6.48 2.75



-40°C 16 ** MOHM 3.3E+00 1.1E-01 8.5E+00 2.7E+01 8.51 3.3E+00 6.3E-02 1.5E+01 4.6E+01 14.55 -0.57



-40°C 17 ** MOHM 2.6E+00 7.1E-02 1.0E+01 9.7E+00 9.74 2.6E+00 5.3E-02 1.3E+01 1.3E+01 13.04 -0.07



-40°C 18 ** MOHM 2.5E+00 6.9E-02 9.9E+00 1.0E+01 9.87 2.5E+00 5.2E-02 1.3E+01 1.4E+01 13.03 0.06



-40°C 19 ** MOHM 2.5E+00 6.9E-02 9.8E+00 1.0E+01 9.83 2.5E+00 5.2E-02 1.3E+01 1.4E+01 13.11 0.08



-40°C 20 ** AMPS -8.7E-01 3.1E-03 1.3E+01 8.0E+00 7.97 -8.7E-01 2.0E-03 2.1E+01 1.2E+01 12.10 0.08



-40°C 21 ** MOHM 2.5E+00 7.6E-02 6.8E+00 1.1E+01 6.78 2.6E+00 6.8E-02 7.7E+00 1.2E+01 7.66 0.31



-40°C 22 * mAMPS -3.7E+00 1.5E-01 5.1E+00 5.9E+00 5.09 -3.6E+00 7.0E-02 1.1E+01 1.3E+01 11.23 1.18



-40°C 23 ** # 1.9E+04 9.2E+02 3.9E+00 2.2E+00 2.17 1.9E+04 1.1E+03 3.4E+00 1.9E+00 1.91 -0.43



-40°C 24 ** # 1.7E+04 6.9E+02 4.1E+00 4.0E+00 3.99 1.7E+04 8.2E+02 3.4E+00 3.4E+00 3.42 -0.45



-40°C 25 K0_7V # 9000 24500 1.7E+04 4.3E+02 6.4E+00 5.5E+00 5.54 1.7E+04 4.8E+02 5.8E+00 4.9E+00 4.92 0.36



-40°C 26 K0_18V # 9000 24500 1.7E+04 4.2E+02 6.4E+00 6.1E+00 6.06 1.7E+04 4.9E+02 5.5E+00 5.1E+00 5.13 0.39



-40°C 27 K1_7V # 13150 19750 1.7E+04 2.4E+02 5.1E+00 3.9E+00 3.94 1.7E+04 2.3E+02 5.5E+00 4.0E+00 3.95 0.54



-40°C 28 K1_18V # 13150 19750 1.7E+04 2.4E+02 5.1E+00 4.0E+00 3.99 1.7E+04 2.3E+02 5.5E+00 4.0E+00 4.04 0.53



-40°C 29 K2_7V # 14200 19100 1.7E+04 2.4E+02 3.8E+00 3.2E+00 3.16 1.7E+04 2.2E+02 4.1E+00 3.2E+00 3.21 0.55



-40°C 30 K2_18V # 14200 19100 1.7E+04 2.3E+02 3.8E+00 3.2E+00 3.20 1.7E+04 2.2E+02 4.2E+00 3.3E+00 3.27 0.55



-40°C 31 K3_7V # 14760 18670 1.7E+04 2.3E+02 3.0E+00 2.6E+00 2.64 1.7E+04 2.1E+02 3.4E+00 2.7E+00 2.69 0.61



-40°C 32 K3_18V # 14760 18670 1.7E+04 2.3E+02 3.0E+00 2.6E+00 2.65 1.7E+04 2.1E+02 3.4E+00 2.7E+00 2.70 0.61



-40°C 33 VSENSE_SAT V 5 5.4E+00 6.8E-03 1.8E+01 NA 18.24 5.4E+00 5.4E-03 2.3E+01 NA 23.12 0.02



-40°C 34 VDEM _7V VOLTS -31 -3.7E+01 2.2E-01 7.0E+00 9.9E+00 7.02 -3.7E+01 1.6E-01 9.9E+00 1.3E+01 9.95 0.60



-40°C 35 VDEM 18V VOLTS -20 -2.6E+01 2.0E-01 9.3E+00 1.1E+01 9.29 -2.6E+01 1.4E-01 1.4E+01 1.5E+01 14.29 0.85



-40°C 36 ** A 1.2E+02 5.2E+00 2.6E+00 NA 2.59 1.3E+02 3.2E+00 4.5E+00 NA 4.47 2.23



-40°C 37 ** AMPS 1.1E+02 6.3E+00 1.7E+00 3.2E+00 1.70 1.1E+02 2.9E+00 3.2E+00 7.6E+00 3.19 -3.86



-40°C 38 ** MOHM 2.6E+01 1.3E+00 2.8E+00 5.1E+00 2.84 2.7E+01 1.6E+00 2.5E+00 3.9E+00 2.45 3.42



-40°C 39 ** A 4.5E+01 4.4E+00 2.6E+00 NA 2.64 4.7E+01 3.1E+00 4.0E+00 NA 3.98 4.96



-40°C 40 ** AMPS 1.4E+02 5.8E+00 NA 2.0E+00 2.01 1.5E+02 3.8E+00 NA 2.5E+00 2.52 4.35



-40°C 41 * USEC 5.8E+01 6.4E+00 2.4E+00 2.7E+00 2.42 6.0E+01 4.6E+00 3.5E+00 3.6E+00 3.49 3.34



-40°C 42 * USEC 7.3E+01 4.2E+00 3.4E+00 2.1E+00 2.07 7.5E+01 3.7E+00 4.0E+00 2.2E+00 2.16 2.79



-40°C 43 * USEC 3.1E+01 3.2E+00 1.9E+00 8.3E+00 1.93 3.2E+01 1.5E+00 4.0E+00 1.7E+01 4.04 0.43



-40°C 44 * USEC 2.7E+01 2.7E+00 1.7E+00 1.0E+01 1.70 2.7E+01 1.7E+00 2.8E+00 1.6E+01 2.75 0.04



-40°C 45 TSKEW USEC -50 50 9.9E+00 6.6E+00 3.0E+00 2.0E+00 2.01 9.9E+00 5.2E+00 3.8E+00 2.5E+00 2.55 -0.43



-40°C 46 ISENSE0@7V M_DIS uAMPS 0 0.5 1.2E-03 1.9E-03 2.0E-01 8.5E+01 0.20 1.2E-03 4.9E-04 8.5E-01 3.4E+02 0.85 3.67 Low CPK: see NOTE 1



-40°C 47 ISENSE0@18V M_DIS uAMPS 0 0.5 1.3E-01 1.5E-02 2.9E+00 8.5E+00 2.93 1.2E-01 5.8E-03 7.1E+00 2.2E+01 7.08 -4.59



-40°C 48 * uAMPS 3.2E-03 1.3E-02 8.3E-02 1.3E+02 0.08 3.3E-03 1.8E-01 6.2E-03 9.3E+00 0.01 3.70 Low CPK: see NOTE 1



-40°C 49 * uAMPS 5.3E-01 3.2E-01 5.5E-01 4.6E+00 0.55 5.5E-01 4.3E-01 4.2E-01 3.4E+00 0.42 2.81 Low CPK: see NOTE 1



-40°C 50 * VOLTS 1.9E+00 1.9E-02 1.6E+01 2.0E+00 2.01 1.9E+00 9.5E-03 3.1E+01 4.4E+00 4.37 -0.65



-40°C 51 * VOLTS 1.3E+00 1.5E-02 5.5E+00 1.6E+01 5.51 1.2E+00 7.4E-03 1.1E+01 3.5E+01 10.53 -1.73



-40°C 52 VHYST@7V V 0.2 6.3E-01 2.3E-02 6.3E+00 NA 6.29 6.4E-01 1.1E-02 1.3E+01 NA 13.23 1.48



-40°C 53 * VOLTS 1.8E+00 1.5E-02 1.8E+01 3.6E+00 3.63 1.8E+00 8.6E-03 3.2E+01 6.9E+00 6.91 -0.61



-40°C 54 * VOLTS 1.2E+00 1.8E-02 4.2E+00 1.4E+01 4.16 1.2E+00 8.5E-03 7.9E+00 3.1E+01 7.89 -1.85



-40°C 55 VHYST@28V V 0.2 6.1E-01 2.1E-02 6.6E+00 NA 6.56 6.2E-01 1.1E-02 1.3E+01 NA 13.31 1.88



-40°C 56 IIL@7V uAMPS 1 10 3.4E+00 7.9E-02 9.9E+00 2.8E+01 9.90 3.3E+00 3.6E-02 2.1E+01 6.3E+01 21.33 -2.47



-40°C 57 IIH@7V uAMPS 1 10 3.5E+00 1.1E-01 7.6E+00 1.9E+01 7.62 3.5E+00 7.2E-02 1.1E+01 3.0E+01 11.41 -2.03



-40°C 58 IIL@28V uAMPS 1 10 3.4E+00 7.9E-02 9.9E+00 2.8E+01 9.90 3.3E+00 3.5E-02 2.1E+01 6.3E+01 21.39 -2.47



#ST Restricted











-40°C 59 IIH@28V uAMPS 1 10 3.5E+00 1.1E-01 7.6E+00 1.9E+01 7.62 3.5E+00 7.3E-02 1.1E+01 3.0E+01 11.18 -2.04



-40°C 60 TD_STBY uSECONDS 60 550 2.8E+02 3.5E+01 2.1E+00 2.6E+00 2.07 2.8E+02 3.1E+01 2.4E+00 2.8E+00 2.38 1.97



-40°C 61 VICL@1MA@7V VOLTS 5.3 7.5 6.4E+00 2.3E-02 1.6E+01 1.6E+01 16.09 6.4E+00 6.8E-03 5.4E+01 5.4E+01 53.72 -0.11



-40°C 62 * VOLTS -9.3E-01 4.0E-03 5.5E+00 7.1E+00 5.47 -9.3E-01 3.2E-03 7.0E+00 8.7E+00 7.03 0.22



-40°C 63 VFRDIAG@1MA@7V VOLTS 6.4E+00 2.3E-02 1.6E+01 1.6E+01 16.23 6.4E+00 6.8E-03 5.3E+01 5.4E+01 53.27 -0.09



-40°C 64 * VOLTS -8.5E-01 3.7E-03 8.6E+00 4.8E+00 4.75 -8.5E-01 2.8E-03 1.2E+01 6.1E+00 6.13 0.21



-40°C 65 VMSENSECL@1MA@7V VOLTS -17 -12 -1.4E+01 4.3E-02 2.5E+01 1.3E+01 13.30 -1.4E+01 1.9E-02 5.5E+01 3.2E+01 32.39 -0.92



-40°C 66 * VOLTS 6.7E+00 2.0E-02 3.4E+00 4.8E+00 3.39 6.7E+00 6.8E-03 9.5E+00 1.5E+01 9.47 -0.23



-40°C 67 VICL@1MA@28V VOLTS 5.3 7.5 6.4E+00 2.4E-02 1.6E+01 1.5E+01 15.02 6.4E+00 8.9E-03 4.2E+01 4.0E+01 40.34 -0.11



-40°C 68 VFRDIAG@1MA@7V VOLTS 6.4E+00 2.3E-02 1.6E+01 1.6E+01 15.53 6.4E+00 6.9E-03 5.4E+01 5.3E+01 52.57 -0.12



-40°C 69 VMSENSECL@1MA@18V VOLTS -17 -12 -1.4E+01 3.7E-02 2.8E+01 1.7E+01 17.12 -1.4E+01 2.0E-02 5.1E+01 3.4E+01 34.03 -0.81



-40°C 70 ** VOLTS 6.7E-01 6.9E-03 3.4E+00 8.6E+00 3.43 6.6E-01 5.2E-03 4.1E+00 1.2E+01 4.13 -1.03



-40°C 71 ** VOLTS 7.3E-01 9.8E-03 2.7E+00 5.8E+00 2.66 7.2E-01 8.2E-03 2.8E+00 7.3E+00 2.77 -1.36



-40°C 72 * _C 6.5E+01 4.9E+00 1.7E+00 1.7E+00 1.69 6.3E+01 4.5E+00 1.7E+00 2.0E+00 1.70 -2.84



-40°C 73 * _C 5.2E+01 3.3E+00 2.2E+00 1.9E+00 1.86 5.0E+01 3.1E+00 2.1E+00 2.2E+00 2.07 -4.09



-40°C 74 * _C 3.9E+01 3.6E+00 1.7E+00 2.0E+00 1.73 3.8E+01 3.5E+00 1.7E+00 2.1E+00 1.72 -1.15



-40°C 75 * _C 1.3E+01 1.0E+00 2.6E+00 4.8E+00 2.57 1.3E+01 9.7E-01 2.9E+00 5.0E+00 2.86 2.09



-40°C 76 ** VOLTS 1.8E+00 1.5E-02 1.8E+01 4.4E+00 4.41 1.8E+00 8.3E-03 3.1E+01 8.6E+00 8.64 -1.08



-40°C 77 ** VOLTS 1.3E+00 1.4E-02 8.0E+00 1.6E+01 7.99 1.3E+00 7.5E-03 1.4E+01 3.1E+01 13.90 -1.29



-40°C 78 VFRDIAG_HYST@7V V 0.2 4.8E-01 1.2E-02 7.8E+00 NA 7.80 4.7E-01 7.9E-03 1.2E+01 NA 11.54 -0.49



-40°C 79 ** VOLTS 1.8E+00 1.5E-02 1.8E+01 4.3E+00 4.27 1.8E+00 8.4E-03 3.1E+01 8.3E+00 8.30 -1.03



-40°C 80 ** VOLTS 1.3E+00 1.4E-02 8.0E+00 1.6E+01 7.99 1.3E+00 7.4E-03 1.4E+01 3.1E+01 13.93 -1.29



-40°C 81 VFRDIAG_HYST@18V V 0.2 4.8E-01 1.1E-02 8.2E+00 NA 8.16 4.8E-01 8.1E-03 1.2E+01 NA 11.55 -0.31



-40°C 82 IFRDIAG_H@7V uAMPS 1 10 3.5E+00 1.2E-01 7.1E+00 1.8E+01 7.05 3.5E+00 4.3E-02 1.9E+01 5.1E+01 19.09 -2.40



-40°C 83 IFRDIAG_L@7V uAMPS 1 10 3.4E+00 9.0E-02 8.7E+00 2.5E+01 8.70 3.3E+00 3.1E-02 2.5E+01 7.3E+01 24.68 -2.75



-40°C 84 IFRDIAG_H@18V uAMPS 1 10 3.5E+00 1.2E-01 7.1E+00 1.8E+01 7.06 3.5E+00 4.3E-02 1.9E+01 5.0E+01 18.92 -2.38



-40°C 85 IFRDIAG_L@18V uAMPS 1 10 3.4E+00 9.0E-02 8.7E+00 2.5E+01 8.70 3.3E+00 3.0E-02 2.5E+01 7.4E+01 24.78 -2.74



-40°C 86 ** VOLTS 8.2E-04 9.6E-04 NA 1.7E+02 172.48 7.9E-04 8.0E-04 NA 2.1E+02 209.08 -4.66



-40°C 87 ** VOLTS 8.3E-04 9.6E-04 NA 1.7E+02 173.66 8.1E-04 8.3E-04 NA 2.0E+02 201.33 -1.94



-40°C 88 ** V 5.9E+00 2.1E-02 1.5E+01 NA 14.58 5.9E+00 1.4E-02 2.1E+01 NA 21.22 -0.18



-40°C 89 ** V 5.9E+00 2.1E-02 1.5E+01 NA 14.57 5.9E+00 1.4E-02 2.1E+01 NA 21.08 -0.18



-40°C 90 ** VOLTS 5.9E+00 2.1E-02 6.6E+00 1.1E+01 6.55 5.9E+00 1.4E-02 9.4E+00 1.7E+01 9.39 -0.18



-40°C 91 VSENH@13V VOLTS 5 6.6 5.9E+00 2.1E-02 1.5E+01 1.1E+01 11.07 5.9E+00 1.4E-02 2.1E+01 1.6E+01 16.47 -0.18



-40°C 92 ** VOLTS 5.9E+00 2.1E-02 6.6E+00 1.1E+01 6.56 5.9E+00 1.4E-02 9.4E+00 1.6E+01 9.35 -0.18



-40°C 93 ** VOLTS 5.9E+00 2.1E-02 6.7E+00 1.1E+01 6.65 5.9E+00 1.4E-02 9.5E+00 1.6E+01 9.47 -0.18



-40°C 94 ISENH mAMPS 2.1E+01 4.2E-01 1.1E+01 7.3E+00 7.33 2.0E+01 2.6E-01 1.7E+01 1.3E+01 12.86 -2.84



-40°C 95 TDS2H@7V USEC 380 9.8E+01 9.9E+00 NA 9.5E+00 9.49 9.9E+01 9.2E+00 NA 1.0E+01 10.21 1.03



-40°C 96 TDS2L@7V USEC 250 9.8E+01 7.5E+00 NA 6.8E+00 6.76 9.9E+01 5.4E+00 NA 9.3E+00 9.31 0.66



-40°C 97 TDS2H@18V USEC 380 9.0E+01 1.0E+01 NA 9.4E+00 9.37 9.3E+01 9.1E+00 NA 1.1E+01 10.57 3.58



-40°C 98 TDS2L@18V USEC 250 1.0E+02 7.6E+00 NA 6.6E+00 6.63 1.0E+02 5.1E+00 NA 9.8E+00 9.79 0.56



-40°C 99 TDSTKON@7V USEC 100 700 3.7E+02 4.0E+01 2.2E+00 2.8E+00 2.22 3.6E+02 4.5E+01 1.9E+00 2.5E+00 1.92 -1.20



-40°C 100 TDSTKON@18V USEC 100 700 3.7E+02 4.0E+01 2.2E+00 2.8E+00 2.22 3.6E+02 4.5E+01 1.9E+00 2.5E+00 1.93 -1.11



-40°C 101 ** USEC 4.4E+00 1.7E-01 8.7E+00 2.1E+01 8.69 4.5E+00 1.1E-01 1.3E+01 3.1E+01 13.24 0.94



-40°C 102 ** uAMPS -1.9E+02 4.1E+00 4.5E+00 3.6E+00 3.65 -1.9E+02 1.5E+00 1.3E+01 9.1E+00 9.12 1.66



-40°C 103 ** V 1.3E+01 5.9E-03 5.5E+01 NA 54.79 1.3E+01 9.8E-04 3.3E+02 NA 328.15 -0.02



-40°C 104 ** VOLTS -4.1E-01 1.3E-02 2.4E+00 2.8E+00 2.36 -4.0E-01 3.1E-03 1.1E+01 1.1E+01 10.57 1.46



-40°C 105 ** uAMPS 1.7E-02 9.0E-03 6.4E-01 1.8E+01 0.64 1.7E-02 5.9E-03 9.4E-01 2.7E+01 0.94 -3.98 Low CPK: see NOTE 1



-40°C 106 ** uAMPS 2.3E-02 2.8E-02 2.8E-01 4.4E+00 0.28 2.2E-02 5.8E-03 1.3E+00 2.2E+01 1.30 -3.79 Low CPK: see NOTE 1



-40°C 107 ** uAMPS 5.0E-03 5.1E-03 3.3E-01 1.9E+01 0.33 4.8E-03 3.5E-03 4.5E-01 2.8E+01 0.45 -4.25 Low CPK: see NOTE 1



#ST Restricted
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125°C 1 ** V -2.52E-01 4.07E-03 2.03E+01 4.25E+00 4.25 -2.54E-01 2.46E-03 3.33E+01 7.27E+00 7.27 -0.73



125°C 2 ** V -4.65E-01 3.66E-03 1.23E+01 1.50E+01 12.30 -4.67E-01 2.19E-03 2.02E+01 2.54E+01 20.23 -0.42



125°C 3 ** V -4.25E-01 3.79E-03 1.54E+01 1.10E+01 10.96 -4.25E-01 2.14E-03 2.73E+01 1.94E+01 19.42 -0.05



125°C 4 ** V -4.55E-01 3.60E-03 1.34E+01 1.43E+01 13.43 -4.57E-01 2.24E-03 2.12E+01 2.34E+01 21.25 -0.51



125°C 5 ** V -4.54E-01 3.57E-03 1.36E+01 1.44E+01 13.63 -4.56E-01 2.24E-03 2.13E+01 2.32E+01 21.33 -0.52



125°C 6 ** V -2.70E-01 4.46E-03 1.72E+01 5.23E+00 5.23 -2.73E-01 2.66E-03 2.83E+01 9.19E+00 9.19 -1.26



125°C 7 ** V -2.71E-01 4.68E-03 1.63E+01 5.03E+00 5.03 -2.74E-01 2.64E-03 2.86E+01 9.29E+00 9.29 -1.06



125°C 8 ** V 5.14E-01 3.53E-03 2.02E+01 1.75E+01 17.54 5.15E-01 3.09E-03 2.32E+01 2.00E+01 19.95 0.20



125°C 9 ** μA 2.99E-01 3.32E-02 4.01E+00 1.21E+01 4.01 2.85E-01 7.62E-02 1.68E+00 5.32E+00 1.68 -4.76



125°C 10 ** μA 6.96E+00 1.69E-01 1.37E+01 6.52E+01 13.74 7.15E+00 2.21E-01 1.08E+01 4.95E+01 10.77 2.76



125°C 11 ** μA 1.15E-01 1.34E-02 2.86E+00 7.19E+01 2.86 1.09E-01 5.71E-03 6.39E+00 1.69E+02 6.39 -4.54



125°C 12 ** μA 1.15E-01 1.29E-02 2.97E+00 7.44E+01 2.97 1.11E-01 5.41E-03 6.81E+00 1.78E+02 6.81 -4.04



125°C 13 ** μA 1.43E-01 1.81E-02 2.64E+00 5.25E+01 2.64 1.37E-01 1.12E-02 4.07E+00 8.49E+01 4.07 -4.27



125°C 14 ** μA 1.44E-01 1.46E-02 3.29E+00 6.53E+01 3.29 1.40E-01 9.33E-03 4.99E+00 1.02E+02 4.99 -2.84



125°C 15 ISTBY_13V μA n/a 3 3.04E-01 3.18E-01 n/a 2.83E+00 2.83 2.97E-01 1.85E-01 n/a 4.88E+00 4.88 -2.54



125°C 16 ** μA 3.04E-01 3.17E-02 3.20E+00 3.11E+00 3.11 2.89E-01 3.39E-02 2.84E+00 3.06E+00 2.84 -4.95



125°C 17 ** μA 5.33E-03 1.01E-02 3.48E+00 4.95E+01 3.48 5.48E-03 1.18E-02 2.99E+00 4.23E+01 2.99 2.87



125°C 18 ** μA 6.66E+00 1.59E-01 1.42E+01 6.99E+01 14.17 6.94E+00 1.40E-01 1.68E+01 7.87E+01 16.77 4.28



125°C 19 ILOFF_CHA_13V μA 0 3 1.15E-01 1.27E-02 3.02E+00 7.58E+01 3.02 1.10E-01 5.64E-03 6.49E+00 1.71E+02 6.49 -4.39



125°C 20 ** μA 1.15E-01 1.27E-02 3.02E+00 2.24E+00 2.24 1.10E-01 5.64E-03 6.49E+00 5.33E+00 5.33 -4.30



125°C 21 ILOFF_CHB_13V μA 0 3 1.18E-01 1.22E-02 3.22E+00 7.86E+01 3.22 1.17E-01 5.16E-03 7.55E+00 1.86E+02 7.55 -0.92



125°C 22 ** μA 1.18E-01 1.22E-02 3.22E+00 2.24E+00 2.24 1.19E-01 5.16E-03 7.68E+00 5.24E+00 5.24 0.79



125°C 23 ISOFF_7V mA n/a 4 1.71E+00 5.12E-02 n/a 1.49E+01 14.95 1.75E+00 5.47E-02 n/a 1.37E+01 13.72 2.56



125°C 24 ISOFF_13V mA n/a 4 1.71E+00 5.40E-02 n/a 1.41E+01 14.11 1.76E+00 5.61E-02 n/a 1.33E+01 13.33 2.44



125°C 25 ** mA 1.71E+00 5.40E-02 3.17E+00 4.85E+00 3.17 1.76E+00 5.61E-02 3.30E+00 4.42E+00 3.30 2.44



125°C 26 ISOFF_28V mA n/a 4 1.72E+00 5.39E-02 n/a 1.41E+01 14.09 1.76E+00 5.61E-02 n/a 1.33E+01 13.30 2.46



125°C 27 ILOFFH_CHA_13V μA 20 60 2.54E+01 4.78E-01 3.79E+00 2.41E+01 3.79 2.58E+01 4.06E-01 4.74E+00 2.81E+01 4.74 1.27



125°C 28 ILOFFH_CHB_13V μA 20 60 2.56E+01 4.71E-01 3.94E+00 2.43E+01 3.94 2.55E+01 4.06E-01 4.56E+00 2.83E+01 4.56 -0.11



125°C 29 ISON_CHA_7V mA n/a 6 2.52E+00 5.62E-02 n/a 2.07E+01 20.68 2.63E+00 5.57E-02 n/a 2.01E+01 20.13 4.67



125°C 30 ISON_CHA_7V_PWM mA n/a 6 2.51E+00 5.62E-02 n/a 2.07E+01 20.70 2.62E+00 5.58E-02 n/a 2.02E+01 20.17 4.66



125°C 31 ** mA 3.30E+00 6.21E-02 1.24E+01 2.52E+01 12.36 3.39E+00 5.79E-02 1.38E+01 2.65E+01 13.78 2.70



125°C 32 ** mA 3.31E+00 6.21E-02 1.24E+01 2.52E+01 12.38 3.38E+00 5.79E-02 1.37E+01 2.66E+01 13.73 2.40



125°C 33 ISON_CHB_7V mA n/a 6 2.52E+00 5.61E-02 n/a 2.07E+01 20.70 2.63E+00 5.59E-02 n/a 2.01E+01 20.06 4.69



125°C 34 ISON_CHB_7V_PWM mA n/a 6 2.51E+00 5.62E-02 n/a 2.07E+01 20.71 2.62E+00 5.60E-02 n/a 2.01E+01 20.11 4.68



125°C 35 ISON_CHB_28V mA n/a 6 3.25E+00 6.02E-02 n/a 1.52E+01 15.22 3.37E+00 5.92E-02 n/a 1.48E+01 14.80 3.76



125°C 36 ISON_CHB_28V_PWM mA n/a 6 3.24E+00 6.03E-02 n/a 1.52E+01 15.24 3.36E+00 5.92E-02 n/a 1.48E+01 14.85 3.75



Differences between NEW and STD: 



[(NEW-STD)/STD]*100



note 2 : the low CPK is due to the fact that the upper  limit is in this case 0 and this impacts the 



CPK H. On the other side the distribution of this current is negative , therefore the CPK H is not 



important and only CPK L has to be taken into consideration.



(*)  guardbanded Vs spec 



note 3: the mean drift is not an issue because the difference between the two measurements is 



lower than the minimum measurement capability of the tool.



(**) internal test 



Mean values Drift analysis in %      



referred to STD



note 1 : the low CPK is due to the fact that the low  limit is in this case 0 and this impacts the 



CPKL. On the other side the distribution of this current is positive , therefore the CPK L is not 



important and only CPK H has to be taken into consideration.



VNH7100BAS  STD (CT8) VNH7100BAS   NEW (SG8)



#ST Restricted











125°C 37 ** mA 4.65E+00 6.80E-02 1.79E+01 1.64E+01 16.44 4.84E+00 6.22E-02 2.06E+01 1.69E+01 16.93 4.19



125°C 38 ** mA 4.65E+00 6.80E-02 1.79E+01 1.64E+01 16.44 4.84E+00 6.22E-02 2.06E+01 1.69E+01 16.93 4.19



125°C 39 ISON_CHA_28V mA n/a 6 3.26E+00 6.10E-02 n/a 1.50E+01 15.01 3.37E+00 5.90E-02 n/a 1.49E+01 14.85 3.53



125°C 40 ISON_CHA_28V_PWM mA n/a 6 3.25E+00 6.10E-02 n/a 1.50E+01 15.05 3.36E+00 5.90E-02 n/a 1.49E+01 14.91 3.51



125°C 41 ISON_CHA_13V mA n/a 6 2.97E+00 5.90E-02 n/a 1.71E+01 17.12 3.10E+00 5.71E-02 n/a 1.69E+01 16.94 4.25



125°C 42 ISON_CHB_13V mA n/a 6 2.97E+00 5.87E-02 n/a 1.72E+01 17.21 3.10E+00 5.73E-02 n/a 1.69E+01 16.90 4.32



125°C 43 ** mA 4.09E+00 6.43E-02 1.60E+01 2.03E+01 16.01 4.20E+00 5.99E-02 1.78E+01 2.11E+01 17.80 2.77



125°C 44 RON_HSA_7V mΩ n/a 120 1.01E+02 1.89E+00 n/a 3.37E+00 3.37 1.02E+02 1.04E+00 n/a 5.71E+00 5.71 1.38



125°C 45 RON_HSB_7V mΩ n/a 120 1.01E+02 1.86E+00 n/a 3.42E+00 3.42 1.02E+02 9.81E-01 n/a 6.03E+00 6.03 1.37



125°C 46 RON_LSA_7V mΩ n/a 80 5.80E+01 2.03E+00 n/a 3.61E+00 3.61 5.85E+01 1.34E+00 n/a 5.36E+00 5.36 0.91



125°C 47 RON_LSB_7V mΩ n/a 80 5.89E+01 1.34E+00 n/a 5.24E+00 5.24 5.86E+01 1.46E+00 n/a 4.89E+00 4.89 -0.57



125°C 48 RON_HSA_28V mΩ n/a 120 9.99E+01 2.08E+00 n/a 3.22E+00 3.22 1.01E+02 1.74E+00 n/a 3.59E+00 3.59 1.27



125°C 49 RON_HSB_28V mΩ n/a 120 1.01E+02 1.83E+00 n/a 3.54E+00 3.54 1.02E+02 1.01E+00 n/a 5.96E+00 5.96 1.35



125°C 50 RON_LSA_28V mΩ n/a 80 6.06E+01 2.19E+00 n/a 2.94E+00 2.94 6.13E+01 1.27E+00 n/a 4.91E+00 4.91 1.07



125°C 51 RON_LSB_28V mΩ n/a 80 6.16E+01 1.37E+00 n/a 4.49E+00 4.49 6.14E+01 1.27E+00 n/a 4.90E+00 4.90 -0.31



125°C 52 TOTAL_CLAMP_100MA V 38 52 4.50E+01 3.41E-01 6.83E+00 6.86E+00 6.83 4.44E+01 1.94E-01 1.09E+01 1.31E+01 10.92 -1.39



125°C 53 VCLPH_CHA_100MA V 38 n/a 4.50E+01 3.50E-01 6.68E+00 n/a 6.68 4.43E+01 1.71E-01 1.23E+01 n/a 12.29 -1.55



125°C 54 VCLPH_CHB_100MA V 38 n/a 4.50E+01 3.47E-01 6.74E+00 n/a 6.74 4.43E+01 1.70E-01 1.24E+01 n/a 12.37 -1.56



125°C 55 VCLPL_CHA_100MA V 38 n/a 4.45E+01 2.40E-01 8.98E+00 n/a 8.98 4.41E+01 1.54E-01 1.33E+01 n/a 13.33 -0.72



125°C 56 VCLPL_CHB_100MA V 38 n/a 4.45E+01 2.93E-01 7.36E+00 n/a 7.36 4.41E+01 1.96E-01 1.04E+01 n/a 10.42 -0.76



-40°C 1 ** μA 2.90E-02 8.96E-03 4.80E+00 2.87E+01 4.80 2.75E-02 7.06E-03 6.02E+00 3.65E+01 6.02 -4.99



-40°C 2 ** μA 2.89E-02 8.61E-03 4.99E+00 8.55E+00 4.99 2.75E-02 7.06E-03 6.02E+00 1.05E+01 6.02 -4.95



-40°C 3 ** μA 2.64E-03 2.47E-03 3.56E-01 4.01E+01 0.36 2.40E-03 1.25E-03 6.41E-01 7.96E+01 0.64 -9.26 X mean drift: see note 3, CPK low see note 1



-40°C 4 ** μA 5.40E-03 4.56E-03 3.95E-01 2.15E+01 0.40 4.94E-03 3.50E-03 4.70E-01 2.81E+01 0.47 -8.48 X mean drift: see note 3, CPK low see note 1



-40°C 5 ISOFF_13V mA n/a 4 1.95E+00 7.91E-02 n/a 8.65E+00 8.65 2.00E+00 7.02E-02 n/a 9.52E+00 9.52 2.48



-40°C 6 ** mA 1.95E+00 7.91E-02 3.99E+00 4.44E+00 3.99 2.00E+00 7.02E-02 4.73E+00 4.77E+00 4.73 2.48



-40°C 7 ILOFFH_CHA_13V μA 33 60 3.77E+01 9.18E-01 1.72E+00 8.08E+00 1.72 3.80E+01 7.45E-01 2.22E+00 9.85E+00 2.22 0.61



-40°C 8 ILOFFH_CHB_13V μA 33 60 3.78E+01 8.68E-01 1.83E+00 8.54E+00 1.83 3.76E+01 7.51E-01 2.05E+00 9.95E+00 2.05 -0.43



-40°C 9 SEL0_IIL_28V μA 1 n/a 3.22E+00 2.51E-02 2.96E+01 n/a 29.59 3.32E+00 2.45E-02 3.15E+01 n/a 31.51 2.91



-40°C 10 PWM_IIL_28V μA 1 n/a 3.20E+00 2.51E-02 2.93E+01 n/a 29.29 3.30E+00 2.52E-02 3.03E+01 n/a 30.32 2.92



-40°C 11 INA_IIL_28V μA 1 n/a 3.24E+00 2.53E-02 2.94E+01 n/a 29.45 3.33E+00 2.51E-02 3.10E+01 n/a 30.98 2.92



-40°C 12 INB_IIL_28V μA 1 n/a 3.24E+00 2.53E-02 2.95E+01 n/a 29.48 3.33E+00 2.43E-02 3.20E+01 n/a 32.00 2.89



-40°C 13 SEL0_IIH_28V μA n/a 10 3.36E+00 9.13E-02 n/a 2.42E+01 24.23 3.52E+00 7.74E-02 n/a 2.79E+01 27.91 4.56



-40°C 14 PWM_IIH_28V μA n/a 10 3.36E+00 8.11E-02 n/a 2.73E+01 27.29 3.52E+00 7.62E-02 n/a 2.84E+01 28.38 4.61



-40°C 15 INA_IIH_28V μA n/a 10 3.36E+00 8.45E-02 n/a 2.62E+01 26.20 3.52E+00 7.77E-02 n/a 2.78E+01 27.81 4.69



-40°C 16 INB_IIH_28V μA n/a 10 3.37E+00 8.17E-02 n/a 2.71E+01 27.06 3.52E+00 7.89E-02 n/a 2.73E+01 27.35 4.59



-40°C 17 SEL0CL_1MA_13V V 5.3 7.5 6.41E+00 2.64E-02 1.40E+01 1.38E+01 13.78 6.34E+00 1.80E-02 1.92E+01 2.15E+01 19.24 -1.05



-40°C 18 PWMCL_1MA_13V V 5.3 7.2 5.98E+00 2.55E-02 8.85E+00 1.60E+01 8.85 5.90E+00 1.16E-02 1.74E+01 3.74E+01 17.39 -1.24



-40°C 19 INA_1MA_13V V 5.3 7.2 5.98E+00 2.54E-02 8.94E+00 1.60E+01 8.94 5.91E+00 1.15E-02 1.75E+01 3.73E+01 17.53 -1.21



-40°C 20 INB_1MA_13V V 5.3 7.2 5.97E+00 2.54E-02 8.80E+00 1.61E+01 8.80 5.90E+00 1.16E-02 1.71E+01 3.73E+01 17.12 -1.22



-40°C 21 ** V -9.55E-01 2.70E-03 5.55E+00 6.85E+01 5.55 -9.59E-01 2.67E-03 5.12E+00 6.97E+01 5.12 -0.41



-40°C 22 ** V -8.47E-01 2.33E-03 2.19E+01 6.39E+01 21.94 -8.50E-01 2.30E-03 2.17E+01 6.53E+01 21.72 -0.43



-40°C 23 ** V -8.59E-01 2.06E-03 2.28E+01 7.43E+01 22.76 -8.64E-01 2.02E-03 2.24E+01 7.64E+01 22.40 -0.54



-40°C 24 ** V -8.50E-01 2.14E-03 2.34E+01 7.02E+01 23.40 -8.54E-01 1.87E-03 2.59E+01 8.09E+01 25.95 -0.51



-40°C 25 ** V -1.08E+01 1.56E-01 4.72E+00 3.80E+00 3.80 -1.07E+01 6.41E-02 1.18E+01 9.00E+00 9.00 0.49



-40°C 26 SEN_5MA_13V V -13 -9 -1.04E+01 1.77E-01 4.96E+00 2.58E+00 2.58 -1.03E+01 9.20E-02 9.86E+00 4.64E+00 4.64 0.85



-40°C 27 ISON_CHA_7V_PWM mA n/a 6 3.51E+00 9.27E-02 n/a 8.97E+00 8.97 3.50E+00 8.15E-02 n/a 1.02E+01 10.22 -0.11



-40°C 28 ISON_CHB_7V_PWM mA n/a 6 3.51E+00 9.27E-02 n/a 8.97E+00 8.97 3.50E+00 7.95E-02 n/a 1.05E+01 10.48 -0.11



-40°C 29 ** mA 3.51E+00 9.27E-02 n/a 8.97E+00 8.97 3.50E+00 7.05E-02 n/a 1.18E+01 11.81 -0.11



-40°C 30 ISON_CHA_13V mA n/a 6 3.52E+00 8.38E-02 n/a 9.85E+00 9.85 3.67E+00 7.18E-02 n/a 1.08E+01 10.84 4.01



-40°C 31 ** mA 3.52E+00 8.38E-02 6.06E+00 1.77E+02 6.06 3.67E+00 7.18E-02 7.73E+00 2.06E+02 7.73 4.01



-40°C 32 ISON_CHB_13V mA n/a 6 3.52E+00 8.46E-02 n/a 9.77E+00 9.77 3.66E+00 7.21E-02 n/a 1.08E+01 10.80 4.09



-40°C 33 ** mA 3.52E+00 8.46E-02 5.99E+00 1.75E+02 5.99 3.66E+00 7.21E-02 7.70E+00 2.05E+02 7.70 4.09



-40°C 34 ** mA 4.91E+00 8.86E-02 1.47E+01 1.16E+01 11.61 5.15E+00 7.25E-02 1.91E+01 1.31E+01 13.09 4.86



-40°C 35 ** V -9.14E-01 8.10E-03 3.55E+00 1.29E+01 3.55 -9.27E-01 1.33E-03 1.83E+01 8.21E+01 18.33 -1.46



-40°C 36 ** V -9.14E-01 8.10E-03 2.73E+00 4.26E+00 2.73 -9.27E-01 1.33E-03 1.33E+01 2.94E+01 13.31 -1.46



-40°C 37 ** V -9.22E-01 1.09E-02 2.40E+00 9.87E+00 2.40 -9.29E-01 1.62E-03 1.47E+01 6.76E+01 14.69 -0.76



-40°C 38 ** V -9.22E-01 1.09E-02 1.79E+00 3.43E+00 1.79 -9.29E-01 1.62E-03 1.06E+01 2.44E+01 10.57 -0.76



-40°C 39 ** A -2.50E+00 1.26E-02 5.28E+00 5.34E+00 5.28 -2.50E+00 7.83E-03 8.51E+00 8.51E+00 8.51 0.04



-40°C 40 ** A -2.50E+00 1.22E-02 5.47E+00 5.46E+00 5.46 -2.50E+00 8.13E-03 8.20E+00 8.20E+00 8.20 0.00



-40°C 41 ** mΩ 4.28E+01 1.07E+00 n/a 2.25E+00 2.25 4.47E+01 4.90E-01 n/a 3.58E+00 3.58 4.59



-40°C 42 ** mΩ 4.28E+01 1.08E+00 n/a 2.22E+00 2.22 4.50E+01 5.80E-01 n/a 2.90E+00 2.90 4.91



-40°C 43 ** mΩ 2.75E+01 1.17E+00 n/a 3.57E+00 3.57 2.78E+01 6.07E-01 n/a 6.72E+00 6.72 0.88



-40°C 44 ** mΩ 2.79E+01 1.79E+00 n/a 2.26E+00 2.26 2.80E+01 6.37E-01 n/a 6.28E+00 6.28 0.40



-40°C 45 VIH_INA_13V V n/a 2.1 1.83E+00 1.78E-02 n/a 5.13E+00 5.13 1.78E+00 5.95E-03 n/a 1.78E+01 17.78 -2.40



-40°C 46 VIL_INA_13V V 0.9 n/a 1.33E+00 1.32E-02 1.09E+01 n/a 10.92 1.31E+00 5.59E-03 2.46E+01 n/a 24.61 -1.39



#ST Restricted











-40°C 47 VHYS_INA_13V V 0.2 n/a 4.96E-01 8.53E-03 1.16E+01 n/a 11.56 4.78E-01 6.08E-03 1.53E+01 n/a 15.27 -3.48



-40°C 48 VIH_INB_13V V n/a 2.1 1.83E+00 1.78E-02 n/a 5.13E+00 5.13 1.78E+00 5.97E-03 n/a 1.77E+01 17.72 -2.40



-40°C 49 VIL_INB_13V V 0.9 n/a 1.33E+00 1.33E-02 1.08E+01 n/a 10.81 1.31E+00 5.78E-03 2.37E+01 n/a 23.74 -1.36



-40°C 50 VHYS_INB_13V V 0.2 n/a 4.97E-01 8.67E-03 1.14E+01 n/a 11.41 4.78E-01 6.20E-03 1.50E+01 n/a 14.96 -3.77



-40°C 51 PWMH_13V V n/a 2.1 1.86E+00 1.82E-02 n/a 4.35E+00 4.35 1.82E+00 6.17E-03 n/a 1.50E+01 15.02 -2.19



-40°C 52 PWML_13V V 0.9 n/a 1.29E+00 1.43E-02 9.09E+00 n/a 9.09 1.28E+00 4.46E-03 2.81E+01 n/a 28.07 -1.15



-40°C 53 PWM_HYST_13V V 0.2 n/a 5.72E-01 1.17E-02 1.06E+01 n/a 10.58 5.46E-01 7.60E-03 1.52E+01 n/a 15.19 -4.55



-40°C 54 SEL0_HIGH_13V V n/a 2.1 1.82E+00 1.94E-02 n/a 4.78E+00 4.78 1.78E+00 1.16E-02 n/a 9.12E+00 9.12 -2.17



-40°C 55 SEL0_LOW_13V V 0.9 n/a 1.34E+00 1.48E-02 9.93E+00 n/a 9.93 1.33E+00 9.59E-03 1.48E+01 n/a 14.80 -1.16



-40°C 56 SEL0_HYST_13V V 0.2 n/a 4.80E-01 1.37E-02 6.83E+00 n/a 6.83 4.57E-01 1.16E-02 7.35E+00 n/a 7.35 -4.97



-40°C 57 ISENSE0_STBY_13V μA -0.5 0 -2.21E-03 7.40E-04 2.24E+02 9.94E-01 0.99 -2.08E-03 4.59E-04 3.61E+02 1.51E+00 1.51 5.78 X mean drift: see note 3, CPK low see note 2



-40°C 58 ISENSE0_NO_STBY_13V μA -0.5 0 -1.35E-02 4.07E-03 3.98E+01 1.10E+00 1.10 -1.22E-02 5.98E-03 2.72E+01 6.82E-01 0.68 9.13 X mean drift: see note 3, CPK low see note 2



-40°C 59 ISENSE0_ON_STATE_13V μA -5 0 -2.32E-01 1.13E-01 1.41E+01 6.86E-01 0.69 -2.47E-01 5.39E-02 2.94E+01 1.53E+00 1.53 -6.64 X mean drift: see note 3, CPK low see note 2



-40°C 60 ** μA -2.47E-01 4.11E-02 3.85E+01 2.00E+00 2.00 -2.54E-01 4.61E-02 3.43E+01 1.83E+00 1.83 -2.71



-40°C 61 ** μA -1.55E-02 1.49E-03 8.61E+01 3.47E+00 3.47 -1.50E-02 1.59E-03 8.05E+01 3.13E+00 3.13 3.53



-40°C 62 ** μA -1.50E-02 2.09E-03 6.13E+01 2.39E+00 2.39 -1.46E-02 2.03E-03 6.32E+01 2.39E+00 2.39 3.18



-40°C 63 ** μA -1.62E-02 2.26E-03 5.65E+01 2.39E+00 2.39 -1.55E-02 1.99E-03 6.44E+01 2.60E+00 2.60 4.45



-40°C 64 ** μA -1.71E-02 2.28E-03 5.60E+01 2.50E+00 2.50 -1.65E-02 1.95E-03 6.55E+01 2.82E+00 2.82 3.53



-40°C 65 ** mA 4.12E+00 9.00E-02 1.15E+01 3.27E+00 3.27 4.24E+00 7.49E-02 1.44E+01 3.39E+00 3.39 2.98



-40°C 66 ** mA -7.91E-05 6.28E-04 5.27E+00 5.31E+01 5.27 -8.09E-05 4.65E-04 7.11E+00 7.18E+01 7.11 -2.35



-40°C 67 ** mA 6.48E+00 8.31E-02 5.92E+00 6.12E+00 5.92 6.60E+00 7.13E-02 7.49E+00 6.53E+00 6.53 1.96



-40°C 68 ** mA 6.48E+00 8.38E-02 5.87E+00 6.06E+00 5.87 6.60E+00 7.15E-02 7.48E+00 6.51E+00 6.51 1.98



-40°C 69 ** mA 6.48E+00 8.30E-02 5.93E+00 6.12E+00 5.93 6.60E+00 7.12E-02 7.51E+00 6.53E+00 6.53 1.97



-40°C 70 ** mA 6.48E+00 8.38E-02 5.87E+00 6.06E+00 5.87 6.60E+00 7.15E-02 7.48E+00 6.51E+00 6.51 1.98



-40°C 71 ** μs 2.26E+01 7.24E-01 5.80E+00 3.10E+01 5.80 2.16E+01 5.19E-01 7.46E+00 4.39E+01 7.46 -4.40



-40°C 72 ** μs 2.25E+01 8.05E-01 5.16E+00 2.80E+01 5.16 2.14E+01 5.50E-01 6.88E+00 4.16E+01 6.88 -4.94



-40°C 73 ** μs 1.47E+01 5.25E-01 6.80E+00 6.54E+00 6.54 1.40E+01 4.80E-01 6.96E+00 7.63E+00 6.96 -4.67



-40°C 74 ** μs 1.47E+01 5.20E-01 6.86E+00 6.60E+00 6.60 1.40E+01 4.72E-01 7.04E+00 7.78E+00 7.04 -4.92



-40°C 75 TRISE_LSA_13V μs n/a 1.5 3.47E-01 3.11E-02 n/a 1.24E+01 12.36 3.31E-01 1.86E-02 n/a 2.09E+01 20.93 -4.59



-40°C 76 TFALL_LSA_13V μs n/a 0.5 1.40E-01 7.00E-03 n/a 1.71E+01 17.14 1.37E-01 4.28E-03 n/a 2.83E+01 28.29 -2.15



-40°C 77 TRISE_LSB_13V μs n/a 1.5 3.55E-01 3.09E-02 n/a 1.24E+01 12.36 3.47E-01 1.67E-02 n/a 2.30E+01 23.02 -2.41



-40°C 78 TFALL_LSB_13V μs n/a 0.5 1.40E-01 9.67E-03 n/a 1.24E+01 12.42 1.36E-01 4.06E-03 n/a 2.99E+01 29.93 -2.80



-40°C 79 TCROSS_A_13V μs 40 350 1.53E+02 1.92E+01 1.96E+00 3.42E+00 1.96 1.48E+02 2.01E+01 1.80E+00 3.35E+00 1.80 -2.85



-40°C 80 TCROSS_B_13V μs 40 350 1.52E+02 1.91E+01 1.96E+00 3.46E+00 1.96 1.48E+02 1.99E+01 1.81E+00 3.39E+00 1.81 -2.94



-40°C 81 ILIM FIRST PULSE_HSA_13V A 12 24 1.59E+01 6.71E-01 1.92E+00 4.04E+00 1.92 1.64E+01 5.48E-01 2.65E+00 4.65E+00 2.65 3.15



-40°C 82 ILIM FIRST PULSE_HSB_13V A 12 24 1.59E+01 6.82E-01 1.93E+00 3.94E+00 1.93 1.65E+01 5.39E-01 2.76E+00 4.66E+00 2.76 3.24



-40°C 83 VSENSEH V 5 7 8.04E+00 1.59E-01 6.37E+00 2.18E+00 2.18 7.93E+00 1.47E-01 6.66E+00 2.11E+00 2.11 -1.36



-40°C 84 ** V 8.10E+00 1.78E-01 5.82E+00 n/a 5.82 7.99E+00 1.43E-01 6.99E+00 n/a 6.99 -1.39



-40°C 85 ** V 7.71E+00 1.23E-01 7.36E+00 n/a 7.36 7.60E+00 1.25E-01 6.92E+00 n/a 6.92 -1.48



-40°C 86 ** V 7.59E+00 1.34E-01 6.43E+00 n/a 6.43 7.50E+00 1.20E-01 6.92E+00 n/a 6.92 -1.20



-40°C 87 TDSTBY@13V μs 200 1800 9.36E+02 1.17E+02 2.09E+00 2.45E+00 2.09 9.65E+02 1.32E+02 1.94E+00 2.11E+00 1.94 3.09



-40°C 88 K0_CHA_13V # 536 n/a 1.39E+03 1.70E+02 1.69E+00 n/a 1.69 1.40E+03 1.25E+02 2.29E+00 n/a 2.29 0.10



-40°C 89 K1_CHA_13V # 710 1670 1.21E+03 9.10E+01 1.82E+00 1.69E+00 1.69 1.25E+03 8.23E+01 2.20E+00 1.69E+00 1.69 3.80



-40°C 90 K2_CHA_13V # 1015 1229 1.13E+03 1.98E+01 1.92E+00 1.68E+00 1.68 1.12E+03 1.66E+01 2.12E+00 2.18E+00 2.12 -0.77



-40°C 91 K3_CHA_13V # 1040 1200 1.13E+03 1.42E+01 2.09E+00 1.68E+00 1.68 1.12E+03 1.20E+01 2.14E+00 2.30E+00 2.14 -1.04



-40°C 92 K0_CHB_13V # 536 n/a 1.33E+03 1.58E+02 1.68E+00 n/a 1.68 1.35E+03 1.22E+02 2.23E+00 n/a 2.23 1.61



-40°C 93 K1_CHB_13V # 710 1670 1.20E+03 8.78E+01 1.86E+00 1.79E+00 1.79 1.23E+03 8.11E+01 2.15E+00 1.80E+00 1.80 2.79



-40°C 94 K2_CHB_13V # 1015 1229 1.14E+03 1.78E+01 2.31E+00 1.70E+00 1.70 1.11E+03 1.62E+01 2.04E+00 2.35E+00 2.04 -2.09



-40°C 95 K3_CHB_13V # 1040 1200 1.13E+03 1.35E+01 2.17E+00 1.77E+00 1.77 1.11E+03 1.21E+01 2.04E+00 2.39E+00 2.04 -1.28



-40°C 96 VSENSESAT_13V V 5 n/a 6.75E+00 9.50E-02 6.13E+00 n/a 6.13 6.78E+00 4.52E-02 1.31E+01 n/a 13.09 0.42



-40°C 97 ISENH_13V mA 10 30 2.12E+01 6.42E-01 5.82E+00 4.57E+00 4.57 2.05E+01 2.56E-01 1.37E+01 1.23E+01 12.34 -3.15



-40°C 98 ** V 7.66E-03 9.47E-03 n/a 1.73E+01 17.33 7.33E-03 8.57E-03 n/a 1.92E+01 19.16 -4.27



-40°C 99 ** V 5.92E+00 2.52E-02 1.22E+01 n/a 12.23 5.85E+00 1.36E-02 2.09E+01 n/a 20.93 -1.20



-40°C 100 ** V 5.93E+00 2.52E-02 1.23E+01 1.42E+01 12.27 5.85E+00 2.05E-02 1.39E+01 1.86E+01 13.87 -1.20



-40°C 101 ** V 5.92E+00 2.52E-02 1.22E+01 1.42E+01 12.25 5.85E+00 2.13E-02 1.34E+01 1.80E+01 13.39 -1.20



-40°C 102 ** V 5.91E+00 1.15E-01 2.63E+00 3.18E+00 2.63 5.82E+00 1.33E-01 2.06E+00 2.94E+00 2.06 -1.37



-40°C 103 ** V 5.90E+00 1.15E-01 2.63E+00 3.18E+00 2.63 5.82E+00 1.37E-01 2.01E+00 2.87E+00 2.01 -1.38



-40°C 104 * μs 2.15E+00 6.75E-02 8.15E+00 8.82E+01 8.15 2.23E+00 6.35E-02 9.07E+00 9.33E+01 9.07 3.68



-40°C 105 * μs 2.31E+00 8.89E-02 6.79E+00 6.63E+01 6.79 2.39E+00 7.85E-02 8.04E+00 7.47E+01 8.04 3.58



-40°C 106 TDSTKON_13V_CHA μs 40 350 1.54E+02 1.92E+01 1.98E+00 3.42E+00 1.98 1.50E+02 2.05E+01 1.78E+00 3.26E+00 1.78 -2.65



-40°C 107 TDSTKON_13V_CHB μs 40 350 1.53E+02 1.91E+01 1.98E+00 3.43E+00 1.98 1.49E+02 2.05E+01 1.78E+00 3.27E+00 1.78 -2.69



-40°C 108 I_SD_CHA_13V A 14 30 1.90E+01 9.46E-01 1.76E+00 3.88E+00 1.76 1.87E+01 6.62E-01 2.38E+00 5.67E+00 2.38 -1.35



-40°C 109 I_SD_CHB_13V A 14 30 1.87E+01 7.18E-01 2.19E+00 5.24E+00 2.19 1.90E+01 8.56E-01 1.96E+00 4.28E+00 1.96 1.60



-40°C 110 ** μs 9.70E+00 1.70E+00 1.90E+00 2.02E+00 1.90 1.01E+01 1.37E+00 2.44E+00 2.41E+00 2.41 3.74



-40°C 111 ** μs 9.78E+00 1.92E+00 1.70E+00 1.77E+00 1.70 1.02E+01 1.40E+00 2.43E+00 2.35E+00 2.35 3.90
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